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“— = DIAGNOSTICS CONTAMINATION| ABNORMAL
I oI ANALYSIS REPORT FLUID CONDITION
Machine Id
L-10 88 DISTRIBUTION
Component
Gearbox
Fluid
PETRO CANADA ENDURATEX EP 460 (40 GAL) .
|RECOMMENDATION | Test UOM Method  Linithbn | Current | Historyl  History2
No corrective action is recommended at this time. Resample at the Sample Number i REROINSIR PCA031843  PCA0D91SI2
next service interval to monitor. Sample Date Client Info 13 Feb 2024 26 Nov 2023 09 Aug 2023
Machine Age  hrs Client Info 0 0 0
Oil Age hrs Client Info 0 0 0
Filter Age hrs Client Info 0 0 0
Oil Changed Client Info N/A N/A N/A
Filter Changed Client Info N/A N/A N/A
Sample Status ABNORMAL NORMAL  ABNORMAL
PQ ASTM D8184 20 17 26
All component wear rates are normal. Lo ppm SIS | =20 20 = =
Chromium ppm ASTMD5185m  >15 0 <1 <1
Nickel ppm  ASTMD5185m >15 0 <1 <1
Titanium ppm ASTM D5185m <1 <1 1
Silver ppm  ASTM D5185m 0 0
Aluminum ppm  ASTMD5185m >25 0 <1
Lead ppm  ASTMD5185m >100 0 <1
Copper ppm  ASTMD5185m >200 <1 <1 <1
Tin ppm ASTMD5185m  >25 <1 <1 <1
Vanadium ppm  ASTM D5185m <1 0 0

White Metal scalar *Visual NONE NONE NONE NONE
Yellow Metal scalar *Visual NONE NONE NONE NONE

| CONTAMINATION | Silicon ppm  ASTMD5185m  >50 1 1 1

Moderate concentration of visible dirt/debris present in the oil. Rotassium Pl LB | = g £ 2
Water WC Method >0.2 NEG NEG NEG
Silt scalar *Visual NONE NONE NONE NONE
Debris scalar *Visual NONE MODER NONE MODER
Sand/Dirt scalar *Visual NONE NONE NONE NONE
Appearance scalar *Visual NORML NORML NORML NORML
Odor scalar *Visual NORML NORML NORML NORML
Emulsified Water scalar *Visual >0.2 NEG NEG NEG
Sodium ppm ASTM D5185m <1 0 3

The AN level is acceptable for this fluid. The condition of the oil is 2701 BRI EoiHolaT] l=2 = 2L L

suitable for further service. Barium ppm  ASTMD5185m O 0 <1 0
Molybdenum  ppm  ASTMD5185m O 0 <1 <1
Manganese ppm  ASTMD5185m O <1 <1 <1
Magnesium ppm ASTM D5185m 2 <1 <1 0
Calcium ppm  ASTMD5185m 6 22 32 37
Phosphorus ppm  ASTMD5185m 240 403 434 428
Zinc ppm  ASTMD518m 3 8 0 <1
Sulfur ppm  ASTMD5185m 10310 5879 6213 6559
Acid Number (AN) mgKOHlg ASTM D8045 0.5 0.89 0.92 0.94
Visc @ 40°C  cSt ASTM D445 452 440 431 425
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Laboratory : WearCheck USA - 501 Madison Ave., Cary, NC 27513 CERTAINTEED VINYL PLANT
Sample No. :PCA0116744 Received : 13 Feb 2024 2651 PENNY RD
AcchcoiTeo Lab Number : 06088276 Tested 114 Feb 2024 CLAREMONT, NC
e Unique Number : 10875721 Diagnosed  : 15 Feb 2024 - Don Baldridge US 28613
Certificate L2367 Test Package : PLANT Contact: BRUCE JAMES
To discuss this sample report, contact Customer Service at 1-800-237-1369. bruce.a.james@saint-gobain.com
* - Denotes test methods that are outside of the ISO 17025 scope of accreditation. T: (828)459-3320
Statements of conformity to specifications are based on the simple acceptance decision rule (JCGM 106:2012) F: (828)459-3329
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