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OIL ANALYSIS REPORT FLUID CONDITION NORMAL
Machine Id
MODULE UPPER LINE 8 LMU 1
Component
Hugper Gearbox
MOBIL SHC 629 (6 GAL)
Test UOM  Method Limi/Aon | Current | History1 History2
Resample at the next service interval to monitor. Sample Number Client Info WC0903705 | \WC0601183 WC0543847
Sample Date Client Info 14 Mar 2024 | 09 Aug 2021 08 Mar 2021
Machine Age  hrs Client Info 0 0 0
Oil Age hrs Client Info 0 0 0
Filter Age hrs Client Info 0 0 0
Oil Changed Client Info N/A N/A N/A
Filter Changed Client Info N/A N/A N/A
Sample Status NORMAL | NORMAL NORMAL
All component wear rates are normal. Uy BRI ESTII] 200 g L
Chromium ppm  ASTMD5185m >15 0 0
Nickel ppm  ASTMD5185m >15 0 0
Titanium ppm  ASTMD5185m 0 0
Silver ppm  ASTMD5185m 0 0 <1
Aluminum ppm  ASTMD5185m >25 0 0 <1
Lead ppm  ASTMD5185m >100 3 2 46
Copper ppm  ASTMD5185m >200 0 0 <1
Tin ppm  ASTMD5185m >25 <1 0 2
Vanadium ppm  ASTM D5185m 0 0 0

White Metal scalar *Visual NONE NONE LIGHT NONE
Yellow Metal scalar *Visual NONE NONE NONE NONE

CONTAMINATION Silicon ppm  ASTMD5185m >50 4 8 0

There is no indication of any contamination in the oil. Rotassium Pl LB | = U 0 0
Water % ASTM D6304 >0.2 NEG NEG NEG
Silt scalar *Visual NONE NONE NONE NONE
Debris scalar *Visual NONE NONE NONE NONE
Sand/Dirt scalar *Visual NONE NONE NONE NONE
Appearance scalar *Visual NORML NORML NORML NORML
Odor scalar *Visual NORML NORML NORML NORML
Emulsified Water scalar *Visual >0.2 NEG NEG NEG

Sodium ppm  ASTM D5185m 2 <1 1

The AN level is acceptable for this fluid. The condition of the oil s 2701 BRI BT 0 0 <1

suitable for further service. Barium ppm  ASTMD5185m 0 0 0
Molybdenum  ppm  ASTMD5185m 0 0
Manganese ppm  ASTMD5185m <1 0 <1
Magnesium ppm  ASTMD5185m <1 0 0
Calcium ppm  ASTM D5185m <1 0 0
Phosphorus ppm  ASTMD5185m 293 309 331
Zinc ppm  ASTM D5185m 2 0 33
Sulfur ppm  ASTM D5185m 52 21 78
Acid Number (AN) mgKOHig  ASTM D8045 0.25 0.245 0.322
Visc @ 40°C  cSt ASTM D445 142.8 155 J 154 163

Report Id: PRORIN [WUSCAR] 06121648 (Generated: 03/21/2024 17:37:05) Rev: 1 Contact/Location: MITCH HELTON - PRORIN

Page 1 of 2



Acid Number Ferrous Alloys

050 0
— 0T
9 wanamasmasans C) 707U
m:]ic(e
B
B
0.00 -
5 5 5 5 B S S g s5
= 2 x & & = = =
= E E] E 2 = = = )
Viscosity @ 40°C N
10 3
Abnomal
'T:] o a2
! L
160
2150
| e
40 - o = © S S & o
30 Abnormal = - = = E4 i % s
Wtra 5 EH E = 8 = i &
= T <T =< L -
|
= w = = B = a = Non-ferrous Metals
5 = 5 = g B b
= E] E] E &£ = = = copper
o —
PQ
250 0
Severe H =‘
2001 RV -
s -
0o r_.‘&bncrmal "
225 j

0
=
2
2
~
o =]
My,
o
—
---..--—-—"""M

=

-

e b ey
e
s [":] r~ o [=] o - -
- . - = e (] o
= £ 2 =) ;1‘ °‘P ?’_“. E
= ] £ < £ =
Viscosity @ 40°C .
175 Acid Number
Aonoma 0.60
0 055
65 0.50
160 0.45
040
155 e
- 2035
E1s0 5030
& =1
145 202
e 208
=] ‘:r)
140 0.20
0.15
135
0.10
1907 Abnoma 0.05

~
(o]
=
=
=

4
4

:0F & ¥ = 2 3 P F % & E = 2 %

Laboratory : WearCheck USA - 501 Madison Ave., Cary, NC 27513 PROPEX RINGGOLD PLANT

Sample No. : WC0903705 Received : 18 Mar 2024 428 ROLLINS INDUSTRIAL BLVD

rechEoiTee Lab Number :06121648 Tested : 21 Mar 2024 RINGGOLD, GA

e Unique Number : 10930481 Diagnosed  :21 Mar 2024 - Jonathan Hester US 30736

Certificate L2367 Test Package : PLANT Contact: MITCH HELTON

To discuss this sample report, contact Customer Service at 1-800-237-1369. MITCH.HELTON@PROPEXGLOBAL.COM

* - Denotes test methods that are outside of the ISO 17025 scope of accreditation. T: (423)553-3723

Statements of conformity to specifications are based on the simple acceptance decision rule (JCGM 106:2012) F:
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