RusH WEAR NORMAL

TRUCK LEASING
Poctense CONTAMINATION NORMAL
E OIL ANALYSIS REPORT FLUID CONDITION NORMAL
Machine Id
Cotnponent .
Elgsel Engine
ul
MOBIL DELVAC 1300 SUPER 15W40 (--- GAL)
RECOMMENDATION Test UOM Method  Limit/Abn | Current | Historyl — History2
n o at T | ior. P . Sample Number Client Info RPL0021291 | RPL0017718 RPL0015456
C:;ag‘ﬁeita;talfenj:; Sﬂfg‘ggfv'v’:t‘ﬁr"ju:"ng(‘t’g'g - Ieease speciy the Sample Date Client Info 01Jun 2024 | 21 Feb 2024 11 Nov 2023
P y pe- Machine Age mls  Client Info 45559 | 42366 38902
Oil Age mls Client Info 0 0 0
Filter Age mls Client Info 0 0 0
Qil Changed Client Info N/A Not Changd Not Changd
Filter Changed Client Info N/A Changed Changed
Sample Status NORMAL | NORMAL  NORMAL
'WEAR fon pom  ASTUDSEn »100 | 48 | 29 s
] o Chromium ppm  ASTMD5185m >20 1 <1 <1
Metal levels are typical for a new component breaking in. Nickel ppm  ASTMDS185m >4 <1 0 0
Titanium ppm  ASTM D5185m 0 <1 0
Silver ppm  ASTMD5185m >3 <1 0 <1
Aluminum ppm  ASTMD5185m >20 8 6 4
Lead ppm  ASTMD5185m >40 0 0 0
Copper ppm  ASTMD5185m >330 25 24 19
Tin ppm  ASTMD5185m >15 <1 <1 <1
Vanadium ppm  ASTMD5185m 0 <1 0

White Metal scalar *Visual NONE NONE NONE NONE
Yellow Metal scalar *Visual NONE NONE NONE NONE

CONTAMINATION Silicon pom  ASTMD5185m >25 8 6 5

. o . . Potassium ppm  ASTMD5185m >20 7 3 3
There is no indication of any contamination in the oil. Fuel WG Method 5 <1.0 <1.0 <1.0
Water WC Method >0.2 NEG NEG NEG
Glycol WC Method NEG NEG NEG
Soot % % ‘ASTMD7844 >3 1.2 0.9 0.6
Nitration Abs/cm *ASTMD7624 >20 12.8 11.5 9.3
Sulfation Abs/.tmm  *ASTM D7415 >30 24.3 22.0 20.8
Silt scalar *Visual NONE NONE NONE NONE
Debris scalar *Visual NONE NONE NONE NONE
Sand/Dirt scalar *Visual NONE NONE NONE NONE
Appearance scalar *Visual NORML NORML NORML NORML
Odor scalar *Visual NORML NORML NORML NORML
Emulsified Water scalar *Visual >0.2 NEG NEG NEG
FLUID CONDITION Sodium ppm  ASTMD5185m 5 4 3
o ] ) o L Boron ppm  ASTMD5185m O 43 62 85
a0 Bam pom s 0 | 0 | 0 o
Molybdenum  ppm  ASTMD5185m O 92 96 86
Manganese ppm ASTM D5185m 1 <1 <1
Magnesium ppm  ASTMD5185m O 622 605 593
Calcium ppm  ASTMD5185m 1420 1465 1288
Phosphorus ppm  ASTMD5185m 763 719 724
Zinc ppm  ASTMD5185m 902 865 862
Sulfur ppm  ASTMD5185m 3156 2762 2725
Oxidation Absl.Tmm  *ASTM D7414 >25 24.0 20.8 18.3
Base Number (BN) mgKOHjg ASTM D2896 9.4 6.2 6.7 7.8
Visc @ 100°C ¢St ASTM D445 14 . 138 ) 138 13.7
Report Id: PAC7051 [WUSCAR] 06211463 (Generated: 06/21/2024 23:08:32) Rev: 1 Contact/Location: Exists under several accounts - Rudy Trevizo - PAC7051
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Non-ferrous Metals
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Laboratory

Sample No.
ACERECITED Lab Number
P Unique Number
Certificate L2367 Test Package

Report Id: PAC7051 [WUSCAR] 06211463 (Generated: 06/21/2024 23:08:34) Rev: 1

: WearCheck USA - 501 Madison Ave., Cary, NC 27513

To discuss this sample report, contact Customer Service at 1-800-237-1369.
* - Denotes test methods that are outside of the ISO 17025 scope of accreditation.
Statements of conformity to specifications are based on the simple acceptance decision rule (JCGM 106:2012)

RTL PACLEASE - 7051 -Las Vegas

: RPL0021291 Received 117 Jun 2024 4150 Arctic Spring Ave
106211463 Tested 118 Jun 2024 North Las Vegas, NV
111084327 Diagnosed : 18 Jun 2024 - Wes Davis uUs 89115
:FLEET Contact: Rudy Trevizo

TrevizoR@RushEnterprises.Com
T: (702)208-7164
F:

Contact/Location: Exists under several accounts - Rudy Trevizo - PAC7051
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