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CARGILL MEAT KORAT (THAILAND) - SUPPLY - FUTHER 1

SYNLUBE INTERNATIONAL CO LTD System Volume: 20910 ltr Lab No: 02227970

76/1 MOO.7 THACHIN Bulk Operating Temp: 554F / 290C Analyst: Yutong Gao

MUANG SAMUTSAKHON, 74000 Heating Source: Sample Date: 06/28/18

THAILAND Blanket: Received Date: 07/13/18

Attn: CHERNPORN CHOBKUI Fluid: PETRO CANADA PURITY FG HEAT TRANSFERFLUD  Completed: 08/29/18

Tel: 034421290 Make: HAVOL To discuss this report contact Yutong
E-Mail: chernporn@synlube.co.th Gao at (403)873-1876

Recommendation: The current fluid (with 8 months operation) has a normal viscosity, flash point, acid number and distillation
points. There is minimum solids or water in the fluid. Please continue to run the fluid and take a sample in 12 months.
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Molybdenum
Antimony
Manganese
Magnesium
Phosphorus

06/28/18 1 0 0 0 0 0 0 0 0 0 0 0 0 0
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Elemental anaysis results (above) in parts per million (ppm). [10,000 ppm = 1.0%]
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Historical Comments

Petro-Canada makes no representation or warranty of any kind, either express or implied, as to the accuracy or completeness of the analysis and assumes no responsibility and shall have no liability whatsoever
with respect to such analysis, or a party's use of it. Petro-Canada is a division of HollyFrontier Corporation.
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