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Customer: PTRHTF60007 System Information Sample Information

CANADIAN RESOURCES INC System Volume: 0 gal Lab No: 02238027
2F 71 CHONG CHING NORTH ROAD S  Bulk Operating Temp: Not Specified Analyst: Yutong Gao
C3 Heating Source: Sample Date: 08/31/18

TAIPEI, TAIWAN, PROVINC Blanket: Received Date: 09/07/18
Attn: HUGO CHENG Fluid: PETRO CANADA CALFLO AF Completed: 09/14/18
Tel: (886)225-853509 Make: To discuss this report contact Yutong

E-Mail: roychen1018@hotmail.com Gao at (403)873-1876

Recommendation: The current fluid has adequate viscosity and flash point, but the acid number and solid content are high due
to the mild oxidation. Please continue to run this fluid and take one sample in 6 months to monitor the conditions. Please also
provide the fluid working hours for better recommendation in the future.
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Molybdenum
Antimony
Manganese
Magnesium
Phosphorus
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Elemental anaysis results (above) in parts per million (ppm). [10,000 ppm = 1.0%]
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Historical Comments

Petro-Canada makes no representation or warranty of any kind, either express or implied, as to the accuracy or completeness of the analysis and assumes no responsibility and shall have no liability whatsoever
with respect to such analysis, or a party's use of it. Petro-Canada is a division of HollyFrontier Corporation.
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