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RF-04 SPIN OIL BOILER B
Customer: PTRHTF10057 System Information Sample Information

LUBRICANTS I

PROPEX RINGGOLD PLANT System Volume: 250 gal Lab No: 02275651

428 ROLLINS INDUSTRIAL BLVD Bulk Operating Temp: 460F / 238C Analyst: Jake Finn
RINGGOLD, GA 30736 USA Heating Source: Sample Date: 03/26/19
Attn: STEWART DOMAINGUE Blanket: Received Date: 03/27/19
Tel: (423)553-3843 Fluid: PETRO CANADA CALFLO HTF Completed: 04/11/19
E-Mail: Make:

stewart.domaingue@propexglobal.com

Recommendation: Results are normal and oil is suitable for continued use. Please re-submit sample in 1 year.

Comments: Please remember to include hours of use on oil and age of hot oil system when submitting samples for testing.
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mm/dd/yy °F/°C pom  cst MIKOH o eRec °F/°C °F/°C %
03/26/19  03/27/19 oh 410/210 831 234 0232 0051 697/370 796/424 895/479 2.95
11/08/11 11/15/11 BELOW PUMP 4417227 303 - 01 0024 721/383 796/424 894/479 2.383
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PETRO-CANADA

LUBRICANTS

Titanium
Molybdenum
Antimony
Manganese
Magnesium
Phosphorus

= = £ £ =

2 = = = 5

€ = he]

AEAE 5|5 |5 g
= ©

5 < ) = Y

03/26/19 4 0 0 0 0 0 0 0 0 0 0 0 0 0

o
o
o
o
o
o
o
o

Q

o

11/08/11 36 0 0 0 8 0 1 0 0 0 4 0 0 0 0 0 0 0 0 0 0 0o 97 2
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Elemental anaysis results (above) in parts per million (ppm). [10,000 ppm = 1.0%]
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Historical Comments

The viscosity and flash point are flagged as low compared to Calflo but we believe it might be because the system once contained a lower viscosity fluid. Despite
11/08/11 the low viscosity, the amount of low boilers as measured by the very accurate GC Distillation test is normal. The fluid appears to be suitable for further use based
on the analysis results but if the system is experiencing fluid related issues we suggest that you work with Mike Smith at Whitfield Oil on a fluid replacement strategy.

Petro-Canada makes no representation or warranty of any kind, either express or implied, as to the accuracy or completeness of the analysis and assumes no responsibility and shall have no liability whatsoever
with respect to such analysis, or a party's use of it. Petro-Canada is a division of HollyFrontier Corporation.
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