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Customer: PTRHTF60010 System Information Sample Information

SYNLUBE INTERNATIONAL CO LTD System Volume: 21525 Itr Lab No: 02448260
76/1 MOO.7 THACHIN Bulk Operating Temp: 554F / 290C Analyst: Philip Riley
MUANG SAMUTSAKHON, 74000 Heating Source: Sample Date: 09/22/21
THAILAND Blanket: Received Date: 10/05/21
Attn: CHERNPORN CHOBKUI Fluid: PETRO CANADA PURITY FG HEAT TRANSFERFLUD ~ Completed: 10/07/21
Tel: 034421290 Make: Philip Riley
E-Mail: chernporn@synlube.co.th philip.riley@hollyfrontier.com

Recommendation: QOil in good condition and fit for further use. Please resample at normal frequency

Comments: (GCD) 90% Distillation Point is abnormally high.
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Molybdenum
Antimony
Manganese
Magnesium
Phosphorus
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Elemental anaysis results (above) in parts per million (ppm). [10,000 ppm = 1.0%)]
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Historical Comments

Petro-Canada makes no representation or warranty of any kind, either express or implied, as to the accuracy or completeness of the analysis and assumes no responsibility and shall have no liability whatsoever
with respect to such analysis, or a party's use of it. Petro-Canada is a division of HollyFrontier Corporation.
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