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[TOURMALINE / 01-35-060-5W6] H-730

QUADRA CHEMICALS System Volume: 0 gal Lab No: 02506731

7802 98 STREET Bulk Operating Temp: Not Specified Analyst: Clinton Buhler
CLAIRMONT, AB TOH OWO0 Canada Heating Source: Sample Date: 08/10/22
Attn: Quadra Samples Blanket: Received Date: 08/23/22
Tel: Fluid: PETRO CANADA PETRO-THERM  Completed: 08/24/22
E-Mail: quadra_samples@quadra.ca Make: Clinton Buhler

Clinton.Buhler@HFSinclair.com

Recommendation: Sample results indicate the fluid is in suitable condition for continued service. Note fluid viscosity is slightly
reduced from new. Please re-sample in 6 months to build a trend.

Comments: Visc @ 40°C is abnormally low.

Viscosity (40°C)
Acid Number
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Molybdenum
Antimony
Manganese
Magnesium
Phosphorus
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Elemental anaysis results (above) in parts per million (ppm). [10,000 ppm = 1.0%)]

GCD Spectrum Gas Chromatography Distillation % Boiling < 335°C
16,000 P B50°C 2.2
; .
. - BO0°C Samgle 2
4,000 w=m==n=Baseine |
550G : 16
2,000 S00C 16
=10,000 4500 =14
2 5.000 Emc -
& B 350°C T 1o
= 6,000 2 300C S8
4,000 250°C 0.6
. 0.4
- 200°C i,
150°C :
== ot - =
SEmEEESOInNESER & & ¢ a0 af af 2t 2% af af a2t o o
Time (min} = - -~ T — T — B — B | = =
Percent Recovered 3 =

Historical Comments

Petro-Canada makes no representation or warranty of any kind, either express or implied, as to the accuracy or completeness of the analysis and assumes no responsibility and shall have no liability whatsoever
with respect to such analysis, or a party's use of it. Petro-Canada is a division of HollyFrontier Corporation.
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