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SILANE 3.0 mole sieve preheater

Customer: PTRHTF10093 System Information Sample Information

REC GROUP System Volume: 700 gal Lab No: 02626264

3322 ROAD N N.E. Bulk Operating Temp: 300F / 149C Analyst: Ron LeBlanc
MOSES LAKE, WA 98837 US Heating Source: Sample Date: 03/25/24
Attn: Chris Fuller Blanket: Received Date: 04/02/24
Tel: (509)793-0723 Fluid: PETRO CANADA CALFLO AF Completed: 04/11/24
E-Mail: chris.fuller@recsilicon.com Make: COEN Ron LeBlanc

Ronald.LeBlancSr@HFSinclair.com

Recommendation: 3.0 looks normal for specifications. More discussion needs to be done.
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mm/dd/yy °F/°C pom  cst MIKOH o eRec °F/°C °F/°C %

03/25/24 04/02/24 180.0m 439 / 226 0 335 0.03 0.047 713/378 804/429 904/485 1.34
03/24/24 04/02/24 180.0m 450/ 232 0 332 0.04 0.031 717/380 804/429 904/485 0.00
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Molybdenum
Antimony
Manganese
Magnesium
Phosphorus

03/25/24 0 0 0 0 0 0 0 0 0 0 2 0 0 0
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Elemental anaysis results (above) in parts per million (ppm). [10,000 ppm = 1.0%)]
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Historical Comments

The sample shows no abnormal results based on this sample. When 3.0 starts up to normal operating temp sample again in 3-4 weeks.

03/24/24

Petro-Canada makes no representation or warranty of any kind, either express or implied, as to the accuracy or completeness of the analysis and assumes no responsibility and shall have no liability whatsoever
with respect to such analysis, or a party's use of it. Petro-Canada is a division of HollyFrontier Corporation.

Report ID: [02626264] (Generated: 04/23/2024 11:31:33) - Page 2 - Copyright 2024 Wearcheck Inc. All Rights Reserved.


http://www.tcpdf.org

