[[587532]] LIEBHERR LH50M 152152-1216 - Diesel Engine

Sample No: LH0277269
Oil Type: DIESEL ENGINE OIL SAE 40

5 SAMPLEINFORMATION

Sample Number LH0277269 LH0265474
Sample Date 22 Nov 2023 11 Sep 2023 SCIERIE DION & FILS INC
Machine Hours 1804 630 147 RUE ST-ALEXIS
QOil Hours 0 0 ST.RAYMOND, QC
Oil Changed Changed Changed CA G3L 151
Sample Status NORMAL ATTENTION Contact: Marc Lamarre
‘ mlamarre@scieriedion.com
T: (418)337-2265
OIL CONDITION F: (418)337-4142
Visc @ 100°C cSt O 129 O 1.9
Oxidation (PA) % 73 203 . .
. Diagnosis
Echantillonner de nouveau
CONTAMINATION I'équipement au prochain intervalle
Water % NEG NEG de vidange afin d'en surveiller la
Soot % % 0o Qo0 condition. Le fluide n’était pas
Nitration (PA) % 73 101 Spécii;?, t?Ute];?i'S& une gpmparaison
: 5 avec d'autres fluides indiqu que ce
ZTJLa;:on A — s - - flude est du (GENERIC) DIESEL
ENGINE OIL SAE 40. Veuillez
Fuel % <1.0 O13 confirmer.Les taux d'usure de tous
Silicon ppm os 09 les composants sont normaux. Il n'y
Sodium ppm 02 O3 a aucun indice de contamination
Potassium ppm oo 02 dans I'huile. L'état de I'huile est

acceptable pour la durée de service.

@ WEAR METALS

Iron ppm 04 O 10
Copper ppm Os8 O 234
Lead ppm Q <1 0s
Tin ppm Qo O
Aluminum ppm O <1 02
Chromium ppm Qo O <1
Molybdenum ppm Q57 O 48
Nickel ppm O <t O <1
Titanium ppm oo <1
Silver ppm O <t Qo0
Manganese ppm Qo <1
Vanadium ppm 0 0

ADDITIVES

Calcium ppm O 1022 O 1336
Magnesium ppm O 948 O 972
Zinc ppm O 1168 O 895
Phosphorus ppm O 945 O 783
Barium ppm O <1 O 48
Boron ppm 02 O 65 Depot: SCISTR
Unique No: 5684349
Signed: Wes Davis
Report Date: 28 Nov 2023
Report Id: SCISTR [WCAMIS] 02599269 (Generated: 12/01/2023 19:28:36) Rev: 1 Submitted By: ?

Page 1 of 2



|@, GRAPHS

Iron (ppm) Lead (ppm)
120 .—S 20 r'é!em
100
15
80
Abnomal
E: ] - E:'Cl aﬁ.hnnmd
40
5
20
3 o [ag ] 3 [ag] o
Aluminum (ppm) Chromium (ppm)
] 7
4 ESE"“B g §wﬁe
. i
10 1 Abnomal
E Abnomal 4o
= f¢0 =%
2 &,
B
4 2
2
3 o 3 o o
Copper (ppm) Silicon (ppm)
250 25
o
200 20
. 150 :S . 5 dﬁ.hnnnﬂd
00 0
Abnomal \
=]
50 5
U o 0o 3 o o
Viscosity @ 100°C Soot %
B 6.0
17 éﬁbnunnd 5o I__Sﬂ'ﬁe
16
40
=15
S Basze P
=14 §3.3 I_fl.hnnnﬂd
3{3, 1 w:r.\ﬂ
Abnomal 2.0
.2 o
1.0
Report Id: SCISTR [WCAMIS] 02599269 (Generated: 12/01/2023 19:28:51) Rev: 1 Submitted By: ?

Page 2 of 2


http://www.tcpdf.org

	LIEBHERR LIEBHERR LH50M 152152-1216\Diesel Engine [LH0277269] 22 Nov 2023 @ 1804.0 hrs

