LIEBHERR LH30M 099527 -1253 - Front Differential y \

SO
Sample No: LH0284018 :
Oil Type: PETRO CANADA TRAXON 75W90 SYNTHETIC

5 SAMPLEINFORMATION

Sample Number LH0284018 LHO0173456 LH LH
Sample Date 24 Jan 2024 01 Sep 2021 12 Aug 2020 01 Apr 2020 West Coast Metal Recycling
Machine Hours 12056 7094 5031 4389 5771 Production Way
QOil Hours 0 0 0 0 Langley, BC
Oil Changed Changed Changed Changed Changed CA V3A 4N5
Sample Status NORMAL NORMAL NORMAL NORMAL Contact: Terry .
‘ terry@gotmetal.ca
T:
OIL CONDITION E
Visc @ 40°C cSt O 107 O 104 © 101 192
Diagnosis
. CONTAMINATION 9

Resample at the next service interval

Water % NEG NEG NEG NEG to monitor.All component wear rates
Silicon ppm O <t o1 O O <t are normal. There is no indication of
Sodium ppm Q <1 O <1 O <1 03 any contamination in the oil. The

Potassium ppm O <1 O <1 O <1 O <1 condition of the oil is acceptable for

the time in service.

@ WEAR METALS

Iron ppm O <1 O3 02 o7
Copper ppm O <1 O <t O <t O <1
Lead ppm Qo oo 0o oo
Tin ppm oo (@) oo oo
Aluminum ppm O <1 oo oo O <t
Chromium ppm oo oo oo O <1
Molybdenum ppm oo oo oo (@)Y
Nickel ppm O <t O <1 O <1 O <1
Titanium ppm 0 0 0 0
Silver ppm 0 <1 0 <1
Manganese ppm oo O <t O <t o1
Vanadium ppm 0 0 0 0

ADDITIVES

Calcium ppm O4 o 1 O 25 178

Magnesium ppm O <t o1 02 O <1

Zinc ppm o7 o6 O 12 o738

Phosphorus ppm O 1248 O 1355 O 1306 2336

Barium ppm oo oo oo O <t

Boron ppm O 304 O 319 O 268 6
Depot: WES577LAN
Unique No: 5720968
Signed: Wes Davis
Report Date: 30 Jan 2024

Report Id: WES577LAN [WCAMIS] 02611873 (Generated: 01/30/2024 10:32:59) Rev: 1 Contact/Location: Terry . - WES577LAN
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