LIEBHERR LH60M 141511-1217 - Diesel Engine

Sample No: LH0246265

Oil Type: PETRO CANADA DURON UHP 10W40

5 Sample Information

Sample Number
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Radius Recycling Canada Ltd.
12195 Musqueam Dr.

Surrey, BC

CA V3V 3T2

Contact: Chris Trinkunas
ctrinkunas@rdus.com

T:

F: (604)580-1922

Diagnosis

The oil change at the time of
sampling has been noted. Resample
at the next service interval to monitor.
No other corrective action is
recommended at this time.All
component wear rates are normal.
Light fuel dilution occurring. No other
contaminants were detected in the
oil. The condition of the oil is
acceptable for the time in service.

Depot: AMISUR
Unique No: 5773432
Signed: Wes Davis

Report Date: 01 May 2024
Submitted By: ?
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