LIEBHERR LH40M 116354-1215 - Front Left WheelHub

Sample No: LH0277620
Oil Type: PETRO CANADA TRAXON XL SYN BLEND 75W90

3 INFORMATIONSURL'éCHANTILLON

Numéro d'échant. LH0277620 LH0150660 LH0193092 LH0150632
Date d'échant. 25 Jan 2024 23 Nov 2021 02 Jun 2021 11 Jan 2021 KIMCO STEEL SALES LTD.
Heures de la Machine 10071 5042 3933 3029 1325 JOHN COUNTER BLVD
Heures de I'huile 0 0 0 0 KINGSTON, ON
Huile changée Changed Changed Changed Changed CA K7L 4W1
Statut de I'echant. NORMAL NORMAL NORMAL NORMAL Contact: David Roy
‘ doug@kimcosteel.com
¥ T: (800)267-0902

hATD HUILE F: (613)548-4653

Visc 40°C cSt o 117 O 129 95.2 O 100

Diagnostic
Resample at the next service interval

. CONTAMINATION

Eau % NEG NEG NEG NEG to monitor.All component wear rates
Silicium ppm O3 02 O3 o5 are normal. There is no indication of
Sodium ppm Q4 o7 Q6 Q7 any contamination in the oil. The

Potassium ppm 02 02 01 o1 condition of the oil is acceptable for

the time in service.

@ MéTAUXD'USURE

Fer ppm Q75 O 141 O 68 O 91
Cuivre ppm o7 O 13 O 14 O 18
Plomb ppm O <t o1 O <t O <t
Etain ppm 0o Q0 Qo0 O <1
Aluminium ppm O <t O <1 O <1 O <1
Chrome ppm QO <t O <1 O <1 O <1
Molybdene ppm oo O <1 O <1 O <1
Nickel ppm O <t O <1 O <1 O <1
Titane ppm Qo oo oo oo

Argent ppm 0 0 <1 <1
Manganése ppm O <1 02 o1 02

Vanadium ppm 0 0 0 0

ADDITIFS

Calcium ppm O 23 O 15 22 O 35

Magnésium ppm 02 O3 02 02

Zinc ppm o10 O 15 22 O 30

Phosphore ppm O 1568 O 1920 1297 O 1340

Baryum ppm oo oo oo oo

Bore ppm O 167 O 105 273 O 233
Depot: KIMKIN
Unique No: 5721987
Signed: Wes Davis
Report Date: 01 Feb 2024

ID du rapport: KIMKIN [WCAMIS] 02612892 (Generated: 02/03/2024 09:51:29) Rev: 1 Submitted By: ?

Page 1 sur 2



I@, GRAPHS

Fer (ppm)

1400
Séri
12004 7
1000
_ 800
& dﬁmnﬂd
= 500
400
200
__'-'-.-—-"-'l-!-:l
0
= = - - =
[~ [~ o o o ]
5 = : T P &
5 = & 3 z =
] = = = ]
Aluminium (ppm)
50
5| G
40
=
230 Anomal
o
20
10
0
= = - - -
= = o = = 3
B = E 5 Z B
= Z = = =
Cuivre (ppm)
20 o
100
B0
E g0y dnomdl
40
20
—
0
= = [ [ ™~ E
= = = o o I
i = = E 3 ~
L E 5 = 2 5
Viscosité 40°C
180
160
5140
2
%120
100
80

= = - - =+
=] [ [l [ [n] )
= = o o5
= S _ 7 g g
= = =
c = =
i) E] L} - 2 ]
= =T - = -

ID du rapport: KIMKIN [WCAMIS] 02612892 (Generated: 02/03/2024 09:51:33) Rev: 1

Plomb (ppm)
0

| gae
B
E
‘14 I_f.nnnnd
z
1= -
= = - - =
= e = o o o
& o : = & &
E = ] 3 E &
= = - = =
Chrome (ppm)
10
| gas
B
E
=
= Anomal
440
z
0 = -
= = - - - -
g g = 3 S 2
= Z = = =
Silicium (ppm)
1607 severe
140
120
100
E 50{ Anomnal
B0
10
20 \"N\
0 =
= = [ [ [ =4
& = o ] A
= = = 5 = =
5 2 = = = =z

2500

2000

1500

ppm

1000

500

calcium
susnmnanannan [ 05phore

wnemmmnmme, 711 [

|

|

wf\\

Jan27/20
Augl1220

Jan1

Junz/Z1

MNov23/2
Jan2524

Submitted By: ?

Page 2 sur 2


http://www.tcpdf.org

	LIEBHERR LIEBHERR LH40M 116354-1215\Front Left Wheel Hub [LH0277620] 25 Jan 2024 @ 10071.0 hrs

