[(362878)]135287-1218 -Rear Left Wheel Hub

Sample No: LH0276235
Oil Type: GEAR OIL SAE 75W90

_ J information surl'échantillon
Numéro d'échant. LH0276235 LH0284933 LH0277421 LH0274373

Date d'échant. 07 May 2024 08 Feb 2024 23 Oct 2023 05 Sep 2023 GERDAU AMERISTEEL
Heures de la Machine 11139 10128 8967 3998 1 GERDAU COURT
Heures de ['huile 0 0 0 0 WHITBY, ON
Huile changée Changed Changed Changed Changed CA LIN5T1
Statut de I'echant. NORMAL NORMAL NORMAL NORMAL Contact: Tyson Young

‘ tyoung@gerdauameristeel.com

T T: (905)668-8811

: E"‘I‘l‘d huile F: (905)668-6469
Visc 40°C cSt © 101 O 96.8 O 103 O 105

. Contamination Piagnostic .
L Resample at the next service interval
Eau % NEG NEG NEG NEG to monitor.All component wear rates
Silicium ppm O <t O <1 02 02 are normal. There is no indication of
Sodium ppm o1 02 02 o1 any contamination in the oil. The
Potassium ppm oo O <1 O <1 O <1 condition of the oil is acceptable for

the time in service.

_ @ Métaux d'usure

Fer ppm o 10 O 13 04 O3
Cuivre ppm O <1 O o1 o1
Plomb ppm oo oo O <1 oo
Etain ppm 0o Q0 Q0 Qo0
Aluminium ppm Qo O <« O <« oo
Chrome ppm oo oo oo oo
Molybdene ppm oo oo oo (@)Y
Nickel ppm oo O <1 O <1 oo
Titane ppm Qo oo oo oo
Argent ppm 0 0 <1 0
Manganése ppm oo oo oo (@)Y
Vanadium ppm 0 0 0 0

_ Additifs

Calcium ppm O 15 O 1 O 18 O 12

Magnésium ppm o1 O <1 O <1 o1

Zinc ppm o 10 Os8 O 13 O 10

Phosphore ppm O 1158 O 1015 O 1258 O 1290

Baryum ppm oo oo oo oo

Bore ppm O 265 O 175 O 321 O 311
Depot: LAKWHI
Unique No: 5775309
Signed: Wes Davis
Report Date: 08 May 2024

ID du rapport: LAKWHI [WCAMIS] 02634156 (Generated: 05/10/2024 08:50:11) Rev: 1 Submitted By: ?

Page 1 sur 2



°

Plomb (ppm)

-
E
=
a

e
—
@

w

Anormal

o

1400

1200

1000

B00
600

wdd

200
200

=

vzithey

FE/8%

EL/EDRD

£7/5033

ggiiamnr

£2/ 110y

£zioiuer

72/7938

Zé/gunr

vzithel

FZ/B%

EL/ETRD

£2/902g

Ez/Lanr

£2/g 1y

£zinpuer

7z/zdsg

ZZ/gunre

Chrome (ppm)

Aluminium (ppm)

Anomnal

vz/the

FE/8%

ELEDRD

£2/5033

Egrainr

£2/811dy

EzoLuer

227938

Zefgunp

=+

wdd

=

v2/the

FZ/ae

ELETRD

£Z/9023

Pyl

£2/8 11dy

Ez/opuer

Zz/zdss

Z/qunp

Silicium (ppm)

1607 Seuere
o

Cuivre (ppm)

vziLhep

FZ/a%d

ELEDD

£Z/5038

ggranr

£/ 1y

gzoLuer

72/7998

Anormal

wdd

zz/gunp

vziLhep

F/aed

ELEDD

£Z/90e8

EzLanr

£/ 1y

Eznpuer

77/zdss

zz/gunp

Additifs

Viscosité 40°C

w— LT

va/Lhe

P89

\\_,.n’ e

ELEDRD

£Z/5033

ggrLamr

£Z/8 1y

phosphare

zin

1600
1400

EZluer
¥ 7zizdag
Zz/gunp

viLhe

200
0oo
600
600
400
200

E
=3
o

Fa/aeed

ELEDRD

£Z/50e3

EgrLamr

£/ 1y

Eznpuer

7z/zdes

Zz/gunp

{2.0t) 180

Submitted By: ?

(Generated: 05/10/2024 08:50:16) Rev: 1

ID du rapport: LAKWHI [WCAMIS] 02634156

Page 2 sur 2


http://www.tcpdf.org

	LIEBHERR 135287-1218\Rear Left Wheel Hub [LH0276235] 07 May 2024 @ 11139.0 hrs

