9360 o anaLysis REPORT

DIAGNOSTICS
FRUTERA LA PAZ

Machine |

COMPRESSOR 1

Component

Compressor
Fluid

PETRO CANADA REFLO 68A AMMONIA OIL (205 GAL)

DIAGNOSIS

Recommendation

Resample at the next service interval to monitor.

Wear
All component wear rates are normal.

Contamination

The system cleanliness is acceptable for your target
ISO 4406 cleanliness code. The water content is
negligible. The system and fluid cleanliness is

acceptable.

Fluid Condition
The AN level is acceptable for this fluid. The

condition of the oil is suitable for further service.
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Report Id: INDALA [WCAMIS] 02541770 (Generated: 08/23/2023 14:05:36) Rev: 1

ASTM D7647
ASTM D7647
ASTM D7647
ASTM D7647
ASTM D7647
ASTM D7647
1SO 4406 (c)

limit/base

limit/base

>50
>10

>25
>25
>50
>15

limit/base

o

O O O O o

limit/base

>25

>20
>0.1
>1000

limit/base

>10000

>2500
>320
>80
>20
>4

>20/18/15

current

history1

PC0070382 -
14 Feb 2023

history2

5840
N/A
NORMAL -

current

history1

history2

current

current

<1
0.001
6.6

current

704

17/14/9

Contact/Location: Erick Bogantes - INDALA
Page 1 of 2
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Laboratory
Sample No.

Lab Number

Unique Number
Test Package
To discuss this sample report, contact Customer Service at 1-800-268-2131.

Test denoted (*) outside scope of accreditation, (m) method modified, (e) tested at external lab.
Validity of results and interpretation are based on the sample and information as supplied.
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: WearCheck - C8-1175 Appleby Line, Burlington, ON L7L 5H9 INDUSTRIAS del PETROLEO CANAD. SA

1 PC0070382 Received 1 27 Feb 2023 Contiguo FANAL, frente a la Autopista Bernardo Soto
102541770 Diagnosed : 28 Feb 2023 Grecia, A
: 5538775 Diagnostician : Wes Davis CR

1 IND 2 ( Additional Tests: KF, KV100, VI ) Contact: Erick Bogantes
cotizaciones@Ilubricantescanada.com
T: 1(115)062-1598

F: 1(115)062-2870
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