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DIAGNOSTICS

Area

450159500]

achine Id

HA-71002A

Component

Gearbox
Fluid

NOT GIVEN (--- GAL)

DIAGNOSIS

Recommendation

Little or no information is provided as to the
component and lubricant being tested.
Recommendations are therefore generic in nature
and may not apply to the current application. Please
forward information as to equipment type, reservoir
capacity, lubricant type and any pertinent
information to allow for a more accurate
assessment. Resample at the next service interval
to monitor. NOTE: Please provide information
regarding reservoir capacity, filter type and micron
rating with next sample. Please specify the brand,
type, and viscosity of the oil on your next sample.
Please provide more complete information on your
next sample.

Wear
All component wear rates are normal.

Contamination

There is no indication of any contamination in the
oil.

Fluid Condition

The AN level is acceptable for this fluid. The
condition of the oil is suitable for further service.
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FLUID DEGRADATION method
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DIAGNOSTICS
2 Viscosity @ 100°¢ VISUAL method limitlbase current history 1 history 2
261 Abnomnal White Metal scalar Visual* NONE NONE
u Yellow Metal scalar Visual* NONE NONE
ke Precipitate scalar  Visual* NONE NONE
& 20
" Silt scalar Visual* NONE NONE
16| Abnamal Debris scalar Visual* NONE NONE
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28 Free Water scalar Visual* NEG
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g» Visc @ 40°C oSt ASTMD?279(m) 211
72 Visc @ 100°C cSt ASTMD7279(m) 18.5
b Viscosity Index (VI) Scale  ASTM D270 97
16 IﬁAlmnn'mi
s SAMPLE IMAGES method limit/base current history 1 history 2

Junb/23
Jun5/23

Viscosity @ 40°C Color no image no image
300 ﬁqhmm
280
260
g Bottom no image no image
= 240
“ 220
200{ Abnomal GRAPHS
180+ Ferrous Alloys PQ
o 10 220
5 1 200} Severe
[SRLE S
pQ 2y — 180
250 2 160
2001 e R - 140
150 5 5 120
g 100 dbnomal
100, Abnomal Non-ferrous Metals
10 80
“ o[ .
E e ]
0 P g, 40
LE 2 20
2 L3 : :
Viscosity @ 40°C Acid Number
3007 Abnomal =030
— So
g Eo01g
% 909 | St £0.12
Enns
150 -+ 20.00 -+ —~
Laboratory : WearCheck - C8-1175 Appleby Line, Burlington, ON L7L 5H9 Suncor - Terra Nova Projects
S Sample No. :PC Received 1 06 Jul 2023 Scotia Centre, 235 Water Strret
150 17025:2017 Lab Number :02568321 Diagnosed 107 Jul 2023 St. John's, NL
:‘:::;:1?4 Unique Number : 5605367 Diagnostician : Kevin Marson CA A1C 1B6
¥ Test Package : MAR 2 ( Additional Tests: KV100, TAN Man, VI) Contact: Deanne Badcock
To discuss this sample report, contact Customer Service at 1-800-268-2131. dbadcock@suncor.com
Test denoted (*) outside scope of accreditation, (m) method modified, (e) tested at external lab. T: (709)778-3843
Validity of results and interpretation are based on the sample and information as supplied. F: (709)724-2784
Report Id: TERHAM [WCAMIS] 02568321 (Generated: 07/07/2023 07:46:05) Rev: 1 Contact/Location: Deanne Badcock - TERHAM
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