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DIAGNOSTICS

Machine Id

WNMUO0101VM0002248

Component
Hydraulic System
Fluid

NOT GIVEN (--- GAL)

DIAGNOSIS

Recommendation

Resample at the next service interval to monitor.
The fluid was not specified, however, a fluid match
indicates that this fluid is ISO 46 AW Hydraulic Oil.
Please confirm the oil type and grade, and specify
the brand of the oil on your next sample. Please
contact your representative for information
regarding the proper sampling kits for your service.
NOTE: We recommend using MOB 2 test kits, this
testkit includes Particle Count to determine the ISO
cleanliness of the fluid.

Wear
All component wear rates are normal.

Contamination
There is no indication of any contamination in the
component(unconfirmed).

Fluid Condition
The condition of the oil is acceptable for the time in
service.
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Molybdenum
Manganese
Magnesium
Calcium
Phosphorus
Zinc

Sulfur
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CONTAMINANTS

Silicon
Sodium
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VISUAL
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Free Water
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Viscosity @ 100°C

" FLUID PROPERTIES method limit/base current history1 history2
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Laboratory : WearCheck - C8-1175 Appleby Line, Burlington, ON L7L 5H9 J. RENE LAFOND INC
—....  Sample No. 1 PC0078222 Received 1 05 Sep 2023 3203 CHEM. CHARLES - LEONARD
1S0 17025:2017 Lab Number : 02580406 Diagnosed 105 Sep 2023 MIRABEL, QC
:‘::Lﬂ?d Unique Number : 5633466 Diagnostician : Kevin Marson CA J7N 2Y7
¥ Test Package :MOB 1 ( Additional Tests: KV100, VI ) Contact: Service Manager
To discuss this sample report, contact Customer Service at 1-800-268-2131. epoirier@jrenelafond.com
Test denoted (*) outside scope of accreditation, (m) method modified, (e) tested at external lab. T:
Validity of results and interpretation are based on the sample and information as supplied. F:
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