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DIAGNOSTICS

Area

Aft Machinery Space

Thruster Aft Port - Seal Oil System (S/N Sample Tag CL-06002-S3)

Component

Sealing System
Fluid

OIL ANALYSIS REPORT

PETRO CANADA ENERGOL GR-XP ISO 150 (65 LTR)

DIAGNOSIS

Recommendation
We recommend you service the filters on this
component. We recommend an early resample to
monitor this condition.

Wear
All component wear rates are normal.

Contamination
There is a moderate amount of silt (particulates <
14 microns in size) present in the fluid.

Fluid Condition

The AN level is acceptable for this fluid. The fluid is
still serviceable provided that the contaminant(s)
can be reduced to acceptable levels.

Sample Rating Trend
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Contact/Location: Josh Hynes - TERHAM
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360 OIL ANALYSIS REPORT

DIAGNOSTICS
Particle Count " FLUID CLEANLINESS method limit/base current history1 history2
: Particles >4pm ASTM D7647 >5000 11241 9280
B Particles >6pm ASTM D7647 >1300 2713 1818
s Particles >14pum ASTM D7647 >160 72 58
£ Particles >21um ASTM D7647 >40 10 14
B Particles >38um ASTM D7647 >10 1 2
£ o S Particles >71pm ASTM D7647 >3 1 1
5 Oil Cleanliness ISO 4406 (c) >19/17/14 21/19/13 20/18/13
Bl Tz 21 a0 FLUID DEGRADATION method limit/base current history1 history2
A Peirivie Teani Acid Number (AN)  mgkOHg ASTMD974* 0.9 0.45 0.35 0.47
VISUAL method limit/base current history1 history2
White Metal scalar Visual* NONE NONE NONE NONE
Yellow Metal scalar Visual* NONE NONE NONE NONE
Precipitate scalar Visual* NONE NONE HEAVY NONE
Silt scalar Visual* NONE NONE NONE NONE
= = = = 5 5 - Debris scalar Visual* NONE NONE NONE NONE
5 ¥ B & 3 % Sand/Dirt scalar Visua*  NONE NONE NONE NONE
Appearance scalar Visual* NORML NORML HAZY NORML
. Acid Number Odor scalar Visual* NORML NORML NORML NORML
| = Emulsified Water ~ scalar  Visual* NEG 5% NEG
§m Free Water scalar Visual* NEG 5% NEG
=Z0.60
5 FLUID PROPERTIES method limit/base current history1 history2
E040
2 Visc @ 40°C cSt ASTMD7279(m) 149 144 143 143
. Visc @ 100°C cSt  ASTMD72I9m) 14.5 14.1 B 14.1
R R = P U™t e Sl = Viscosity Index (VI) Scale  ASTM D2270 94 83 95
i 3 ¢ ¢ 3 I % 3 SAMPLE IMAGES method limit/base current history1 history2
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&= CALA Laboratory : WearCheck - C8-1175 Appleby Line, Burlington, ON L7L 5H9 Suncor - Terra Nova Projects
et Y0270 Sample No. :PC Received : 10 May 2024 Scotia Centre, 235 Water Strret
1S0 17025:2017 Lab Number : 02634780 Tested 113 May 2024 St. JOhn‘S, NL
f:;:::'t':d Unique Number : 5775933 Diagnosed :13 May 2024 - Kevin Marson CA A1C 1B6
s Test Package : MAR 2 ( Additional Tests: KV100, PQ, PrtCount, VI') Contact: Josh Hynes
To discuss this sample report, contact Customer Service at 1-800-268-2131. joshynes@suncor.com
Test denoted (*) outside scope of accreditation, (m) method modified, (e) tested at external lab. T: (709)778-3575
Validity of results and interpretation are based on the sample and information as supplied. F: (709)724-2835
Report Id: TERHAM [WCAMIS] 02634780 (Generated: 05/15/2024 13:46:15) Rev: 1 Contact/Location: Josh Hynes - TERHAM
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