oIL
@ DIAGNOSTICS

EXPERTISE

Machine Id

FRICK FRICK 6 (S/N 201195)

Component

Compressor
Fluid

PETRO CANADA REFLO SYNTHETIC 68A LOW TEMP FLUID (--- GAL)

DIAGNOSIS

Recommendation
Resample at the next service interval to monitor.

Wear
All component wear rates are normal.

Contamination
There is no indication of any contamination in the
component.

Fluid Condition
The condition of the oil is acceptable for the time in
service.
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Laboratory : WearCheck USA - 501 Madison Ave., Cary, NC 27513 SMITHFIELD FOODS
Sample No. : PCA0043033 Received : 14 Feb 2022 ONE SWEET APPLEWOOD LANE
rechEoiTee Lab Number :05468072 Diagnosed : 16 Feb 2022 CUDAHY, WI
e Unique Number : 9852285 Diagnostician : Angela Borella US 53110
Certificate L2367 Test Package :IND 1 Contact: PETE LERAY
To discuss this sample report, contact Customer Service at 1-800-237-1369. pleray@smithfield.com
* - Denotes test methods that are outside of the ISO 17025 scope of accreditation. T: (414)918-3258
Statements of conformity to specifications are based on the simple acceptance decision rule (JCGM 106:2012) F:
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