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Component

Diesel Engine
Fluid

PETRO CANADA DURON SHP 10W30 (--- GAL)

DIAGNOSIS

Recommendation
Resample at the next service interval to monitor.

Wear
All component wear rates are normal.

Contamination

There is no indication of any contamination in the
oil.

Fluid Condition

The BN result indicates that there is suitable
alkalinity remaining in the oil. The condition of the
oil is suitable for further service.
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Laboratory : WearCheck USA - 501 Madison Ave., Cary, NC 27513 A Truck Repair

Sample No. : PCA0100686 Received 105 Jul 2023 9349 China Grove Church Road

AccREDITED Lab Number :05889872 Diagnosed 1 05 Jul 2023 Pineville, NC
=" Unique Number : 10545682 Diagnostician : Wes Davis US 28134
Certificate L2367 Test Package :FLEET Contact: Vlad Melnichuk

To discuss this sample report, contact Customer Service at 1-800-237-1369.
* - Denotes test methods that are outside of the ISO 17025 scope of accreditation.
Statements of conformity to specifications are based on the simple acceptance decision rule (JCGM 106:2012)

shop@migway.com
T: (980)255-3200

F:

Report Id: ATRPIN [WUSCAR] 05889872 (Generated: 07/05/2023 17:36:55) Rev: 1 Submitted By: Vlad Melnichuk

Page 2 of 2


http://www.oilanalysis.net/CommonFiles/Reports/default/SR-GENERATE.php?ss=L-10545682-4221624&lid=10545682&oem_template=LUBE360
http://www.tcpdf.org

	FREIGHTLINER FREIGHTLINER 175\Diesel Engine [PCA0100686] 30 Jun 2023 @ 139830.0 hrs

