oIL
@ DIAGNOSTICS

Machine Id

X5

Component

Hydraulic System
Fluid

PETRO CANADA CALFLO AF (18 GAL)

DIAGNOSIS

Recommendation
We recommend you service the filters on this
component. We recommend an early resample to
monitor this condition.

Wear
All component wear rates are normal.

Contamination
There is a moderate amount of silt (particulates <
14 microns in size) present in the oil. The system
cleanliness is above the acceptable limit for the
target ISO 4406 cleanliness code.

Fluid Condition
The AN level is acceptable for this fluid. The oil is

still serviceable provided that the contaminant(s)
can be reduced to acceptable levels.
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TECHHICAL
EXPERTISE
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Laboratory : WearCheck USA - 501 Madison Ave., Cary, NC 27513 GALLAGHER CORPORATION

Sample No. :PCA0111453 Received : 15 Feb 2024 3908 MORRISON DR

reencoiTee Lab Number : 06090099 Tested : 16 Feb 2024 GURNEE, IL

rem— Unique Number : 10882952 Diagnosed :16 Feb 2024 - Wes Davis US 60031

Certificate L2367 Test Package :IND 2 Contact: BRAD CLIFF

To discuss this sample report, contact Customer Service at 1-800-237-1369. beliff@gallaghercorp.com

* - Denotes test methods that are outside of the ISO 17025 scope of accreditation. T: (847)249-3440

Statements of conformity to specifications are based on the simple acceptance decision rule (JCGM 106:2012) F: (847)249-3473
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