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OIL ANALYSIS REPORT

[Preferred Service-Yard Horse] 192A03-9091

Component

Diesel Engine
Fluid

PETRO CANADA DURON SHP 10W30 (16 QTS)

DIAGNOSIS

Recommendation
No corrective action is recommended at this time.
Oil and filter change at the time of sampling has
been noted. We recommend an early resample to
monitor this condition.

Wear
Piston, ring and cylinder wear is indicated.

Contamination

There is no indication of any contamination in the
oil.

Fluid Condition

The BN result indicates that there is suitable
alkalinity remaining in the oil. The condition of the
oil is acceptable for the time in service.
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Certificate L2367 Test Package : FLEET

Report Id: TSV1920 [WUSCAR] 06126124 (Generated: 03/26/2024 11:21:56) Rev: 1

To discuss this sample report, contact Customer Service at 1-800-237-1369.
* - Denotes test methods that are outside of the ISO 17025 scope of accreditation.
Statements of conformity to specifications are based on the simple acceptance decision rule (JCGM 106:2012)

Laboratory : WearCheck USA - 501 Madison Ave., Cary, NC 27513

Transervice - Shop 1920 - Preferred Service

Sample No. :PCA0116685 Received : 22 Mar 2024
recntoireo Lab Number : 06126124 Tested : 22 Mar 2024
e Unique Number : 10940275 Diagnosed  : 26 Mar 2024 - Don Baldridge

1955 W. North Avenue, Bldg K
Melrose Park, IL

US 60160

Contact: Tom Lindeman
tlindemann@transervice.com

T: (630)376-8946
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