oIL
@ DIAGNOSTICS

EXPERTISE

Area

(68517Z) Walgreens - Tractor
[Walgreens - Tractor] 136A624174

omponen

Diesel Engine
Fluid

PETRO CANADA DURON SHP 10W30 (11 GAL)

DIAGNOSIS

Recommendation

No corrective action is recommended at this time.
Oil and filter change at the time of sampling has
been noted. Resample at the next service interval
to monitor.

Wear
Metal levels are typical for a new component
breaking in.

Contamination

Elevated aluminum (Al) and/or lead (Pb) and
potassium (K) levels in your metals analysis are
likely a result of solder flux release into the lubricant
and is common on new equipment/components. No
other contaminants were detected in the oil.

Fluid Condition

The BN result indicates that there is suitable
alkalinity remaining in the oil. The condition of the
oil is acceptable for the time in service.
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Glycol Contamination
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Laboratory : WearCheck USA - 501 Madison Ave., Cary, NC 27513 Transervice - Shop 1370 - Berkeley-Perrysburg
Sample No. :PCA0119365 Received : 05 Apr 2024 28727 Oregon Road
recnroiico Lab Number : 06140585 Tested : 08 Apr 2024 Perrysburg, OH
fmem— Unique Number : 10965393 Diagnosed  :09 Apr 2024 - Don Baldridge US 43551
Centificate L2367 Test Package :FLEET Contact: Curtis Hart
To discuss this sample report, contact Customer Service at 1-800-237-1369. chart@transervice.com
* - Denotes test methods that are outside of the ISO 17025 scope of accreditation. T: (419)666-3277
Statements of conformity to specifications are based on the simple acceptance decision rule (JCGM 106:2012) F: (419)666-3279
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Page 2 of 2


http://www.oilanalysis.net/CommonFiles/Reports/default/SR-GENERATE.php?ss=L-10965393-4306501&lid=10965393&oem_template=LUBE360
http://www.tcpdf.org

	FREIGHTLINER [Walgreens - Tractor] 136A624174\Diesel Engine [PCA0119365] 29 Mar 2024 @ 58774.0 hrs

