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GEAR OIL (PAG) ISO 220 (--- GAL)

DIAGNOSIS

Recommendation

Little or no information is provided as to the
component and lubricant being tested.
Recommendations are therefore generic in nature
and may not apply to the current application. Please
forward information as to equipment type, reservoir
capacity, lubricant type and any pertinent
information to allow for a more accurate
assessment. Resample at the next service interval
to monitor. The fluid was not specified, however, a
fluid match indicates that this fluid is (GENERIC)
GEAR OIL (PAG) ISO 220. Please confirm.
NOTE: Please provide information regarding
reservoir capacity, filter type and micron rating with
next sample.

Wear
All component wear rates are normal.

Contamination

There is no indication of any contamination in the
oil.

Fluid Condition

The AN level is acceptable for this fluid. The
condition of the oil is suitable for further service.
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FLUID DEGRADATION method

Acid Number (AN)
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Laboratory : WearCheck USA - 501 Madison Ave., Cary, NC 27513 THE HERSHEY COMPANY
Sample No. : PCA0125543 Received : 03 Jun 2024 WEST HERSHEY - TECHNICAL ASSURANCE, 1033 OLDE WEST CHOGOLATE
mechroiTeD Lab Number : 06197866 Tested : 04 Jun 2024 HERSHEY, PA
fmem— Unique Number : 11059989 Diagnosed :04 Jun 2024 - Wes Davis US 17033
Centificate L2367 Test Package :IND 2 ( Additional Tests: PQ ) Contact: CLINTON ZOHNER
To discuss this sample report, contact Customer Service at 1-800-237-1369. clintzohner@hersheys.com
* - Denotes test methods that are outside of the ISO 17025 scope of accreditation. T:(717)374-4846
Statements of conformity to specifications are based on the simple acceptance decision rule (JCGM 106:2012) F: (717)374-4594
Report Id: HERHER [WUSCAR] 06197866 (Generated: 06/05/2024 08:18:40) Rev: 1 Contact/Location: CLINTON ZOHNER - HERHER
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