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OIL ANALYSIS REPORT

(89810X) Walgreens - Tractor
[Walgreens - Tractor] 136A624238

omponen

Diesel Engine
Fluid

PETRO CANADA DURON SHP 10W30 (11 GAL)

DIAGNOSIS

Recommendation
Oil and filter change at the time of sampling has
been noted. No corrective action is recommended
at this time. Resample at the next service interval to
monitor.

Wear
The copper level is abnormal. In the absence of
other significant wear metals, suspect copper due
to sources other than wear (i.e. cooling core). All
other metal levels are typical for a new component
breaking in.

Contamination

Elevated aluminum (Al) and/or lead (Pb) and
potassium (K) levels in your metals analysis are
likely a result of solder flux release into the lubricant
and is common on new equipment/components. No
other contaminants were detected in the oil.

Fluid Condition

The BN result indicates that there is suitable
alkalinity remaining in the oil. The condition of the
oil is acceptable for the time in service.
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Glycol Contamination

OIL ANALYSIS REPORT

150 . VISUAL method limit/base current history1 history2
300 e 2o White Metal scalar *Visual ~ NONE NONE
%0 . Yellow Metal scalar *Visual NONE NONE
g0 £ Precipitate scalar *Visual NONE NONE
2150 3
. e Silt scalar *Visual NONE NONE
w0 0.05 Debris scalar *Visual NONE NONE
0 0.00 Sand/Dirt scalar *Visual NONE NONE
& & Appearance scalar *Visual NORML NORML
3 3 Odor scalar *Visual NORML NORML
FT-IR (Direct Trend) Emulsified Water scalar *Visual >0.2 NEG
40 Free Water scalar *Visual NEG
® FLUID PROPERTIES method  limitbase  current history1 history2
30
B ool 8 Visc @ 100°C cSt ASTM D445 12.00 10.0
“u GRAPHS
15 Ferrous Alloys
o 50 :
& & 1 _------- I“"?':J-ni.l-n
: : B0 m;i:\'e
50
» Aluminum (ppm) E10
" 30
00 20
_ 80 0
% 601 Sovere . .
07 Abnomnal = ::
20 = =
0 Non-ferrous Metals
& = 250
.E .._— copper
E = N sansssnnnnnnn o]
LT R —
Base Number _
80 150
§ 00
50
oy 0 m N
;:- . Viscosity @ 100°C Base Number
= - 5.0
144 Abnormal
Viscosity @ 100°C b 50
. . s
14 ﬁA.bnnrmaI =, EBage %ij
1 g 530
£z B 8 g
S " 520
8 Abnomal @
10 3 0
r_{\bnnrmal
! 8 00
= g g g g
Laboratory : WearCheck USA - 501 Madison Ave., Cary, NC 27513 Transervice - Shop 1369 - Berkeley-Waxahachie
Sample No. : PCA0121351 Received : 20 Jun 2024 710 Ovilla Road
Lab Number :06215446 Tested 121 Jun 2024 Waxahachie, TX
Unique Number : 11088310 Diagnosed  :21Jun 2024 - Don Baldridge UsS 75167
Centificate L2367 Test Package :FLEET Contact: Robert Beal
To discuss this sample report, contact Customer Service at 1-800-237-1369. rbeal@transervice.com
* - Denotes test methods that are outside of the ISO 17025 scope of accreditation. T: (972)923-9928
Statements of conformity to specifications are based on the simple acceptance decision rule (JCGM 106:2012) F: (972)923-9919

Report Id: TSV1369 [WUSCAR] 06215446 (Generated: 06/21/2024 16:01:50) Rev: 1

Contact/Location: Robert Beal - TSV1369
Page 2 of 2


http://www.oilanalysis.net/CommonFiles/Reports/default/SR-GENERATE.php?ss=L-11088310-4311128&lid=11088310&oem_template=LUBE360
http://www.tcpdf.org

	FREIGHTLINER [Walgreens - Tractor] 136A624238\Diesel Engine [PCA0121351] 11 Jun 2024 @ 59579.0 hrs

