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Machine Id

427158

Component

1 Differential
Fluid

GEAR OIL SAE 75W90 (--- GAL)

DIAGNOSIS

) Recommendation
Resample at the next service interval to monitor. (
Customer Sample Comment: 1st Axle / Pusher )

Wear
All component wear rates are normal.

Contamination

There is no indication of any contamination in the
oil.

© Fluid Condition

The oil viscosity is lower than normal. Confirm oil
type.
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Laboratory : WearCheck USA - 501 Madison Ave., Cary, NC 27513

Cenificate L2367 Test Package :FLEET
To discuss this sample report, contact Customer Service at 1-800-237-1369.
* - Denotes test methods that are outside of the ISO 17025 scope of accreditation.

Report Id: GFL983 [WUSCAR] 06240837 (Generated: 07/22/2024 11:42:36) Rev: 1

41.0

no image

no image

99.0

no image

no image

no image

no image

GFL Environmental - 983 - Sugar Land Hauling
16011 West Belfort Street

Sample No. : GFL0128745 Received 118 Jul 2024
Lab Number :06240837 Tested : 19 Jul 2024
Unique Number : 11129671 Diagnosed  :22 Jul 2024 - Don Baldridge

Sugar Land, TX

US 77498

Contact: TECHNICIAN ACCOUNT

wcgfldemo@gmail.com

Statements of conformity to specifications are based on the simple acceptance decision rule (JCGM 106:2012)
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