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SPM553839  VOLVOL90H 626357 - DIESEL ENGINE

Sample No:  VCP407043
Oil Type: VOLVO ULTRA DIESEL ENGINE OIL 15W40 VDS-3
Job No: SPM553839
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AJAX ENTERPRISES OF MICHIGAN LLC
830 KIRTS

TROY, Ml

US 48084

Contact: SERVICE MANAGER

T: (248)244-3300
F:

Diagnosis

Oil and filter change at the time of
sampling has been noted. Resample
at the next service interval to
monitor.All component wear rates
are normal. Fuel content negligible.
There is no indication of any
contamination in the oil. The oil
viscosity is lower than normal. The
BN result indicates that there is
suitable alkalinity remaining in the oil.
Confirm oil type.

Depot: AJATRO
Unique No: 10498441
Signed: Doug Bogart
Report Date: 08 Jun 2023

Contact/Location: SERVICE MANAGER - AJATRO
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