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CONSTRUCTION EQUIPMENT =
286664 PASCOEXC  VOLVOL1S0H 7073 - REARANLE

Sample No:

Qil Type: VOLVO SUPER WET BRAKE TRANSAXLE OIL WB102
Job No: 286664 PASCO EXC
<

VOLYD

" SAMPLE INFORMATION

Sample Number VCP416006 - -

Sample Date 21 Jun 2023 === === ===

Machine Hours 2043 --- ---

Oil Hours 2043 === === ===

Oil Changed Changed - -

Sample Status NORMAL === === ===
¢

e~ OIL CONDITION

Visc @ 40°C cSt

m40.1

e (CONTAMINATION

Silicon ppm =9 - -
Sodium ppm o8 — === —
Potassium ppm m2 - —
¢
VOLVO
N WEARMETALS
Iron ppm 46 - I .
Copper ppm 20 —— - -
Lead ppm o - -
Tin ppm oo - —— —
Aluminum ppm m<1 - -
Chromium ppm m<1 — — -
Molybdenum ppm m<1 --- —
Nickel ppm oo -—- — .
Titanium ppm 0 - -
Silver ppm 0 — — .
Manganese ppm m2 - -
Vanadium ppm 0 - == _—

e
o ADDITIVES

Calcium ppm 3505 - -
Magnesium ppm m9 --- - -
Zinc ppm m1591 - -
Phosphorus ppm 01367 — - -
Barium ppm mo --- -
Boron ppm m109 --- o —

Report Id: VOLVO0093 [WUSCAR] 05906938 (Generated: 07/26/2023 11:38:05) Rev: 1

ALTA EQUIPMENT/FLAGLER CONSTRUCTION EQUIPMENT LLC
8418 PALM RIVER ROAD

TAMPA, FL

Us 33619

Contact: JOHN FARDELLA
JFARDELLA@ALTAEQUIPFL.COM
T:(813)630-0077

F: (813)630-2233

Diagnosis

Resample at the next service interval
to monitor.All component wear rates
are normal. There is no indication of
any contamination in the oil. The
condition of the oil is acceptable for
the time in service.

Depot: VOLVO0093
Unique No: 10573590
Signed: Wes Davis
Report Date: 26 Jul 2023

Contact/Location: JOHN FARDELLA - VOLVOO0093

Page 1 of 2



AVAO I VL

1000

f00

G600

ppm

400

ppm

ppm

100

50

cSt (40°C)

Report Id: VOLVO0093 [WUSCAR] 05906938 (Generated: 07/26/2023 11:38:07) Rev: 1

GRAPHS

Iron (ppm)

Severe

o

CONSTRUCTION EQUIPMENT

Abnomal
o

o
[l

o

=

Aluminum (ppm)

Severe

o

o
(]

Junzi

Abnomal
=}

o
]

o

=

Copper (ppm)
Severe

[=rr

Abnormal
o

o
]

o

Viscosity @ 40°C

Abnomal
o

Base
=]

o
(]

Juni

Abnomnal
=]

o
]
o

]

100

]

60

ppm

40

ppm

100

B0

60

ppm

40

Lead (ppm)

Severe

o

Abnomnal
o

Chromium (ppm)

Severe

o

o
(]

Jun2i

Abnomnal
o

Silicon (ppm)

Severe

o

Abnormal
o

Additives

calcium

o
(]

Juni

saanansassasa [ TOSPIOTUS

wnemmmnmmen, 711 [

Contact/Location: JOHN FARDELLA - VOLVO0093
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