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SWA325083 VOLVOA256 752740 - REAR AXLE

Sample No:  VCP412451
Oil Type: VOLVO PREMIUM GEAR OIL 85W-140 GL-5
Job No: SWA325083

<

WOLAY

" SAMPLE INFORMATION

Sample Number VCP412451 -—- .

Sample Date 05 Aug 2023 — - L

Machine Hours 455 - -

Oil Hours 0 o o -

Oil Changed Changed - -

Sample Status ATTENTION --- - .
O

WOLAY

N’ OIL CONDITION

Visc @ 40°C

cSt

e (CONTAMINATION

94.3

Water % NEG - -

Silicon ppm me === === ===

Sodium ppm oo - -

Potassium ppm o4 === === ===
¢

VOLVD

S WEARMETALS

Iron ppm D200 - -
Copper ppm 20 === === ===
Lead ppm =o - -
Tin ppm o<1 — === ===
Aluminum ppm m<1 - -
Chromium ppm o5 === === ===
Molybdenum ppm Z8 - -
Nickel ppm b2 === === ===
Titanium ppm 0 - -
Silver ppm 0 === === ===
Manganese ppm m11 - -
Vanadium ppm 0 === === ===

o ADDITIVES

Calcium ppm @513 --- -
Magnesium ppm oo — — -
Zinc ppm 225 - I
Phosphorus ppm m1337 _— - -
Barium ppm o - -
Boron ppm 0290 --- - -

Report Id: VOLVO0095 [WUSCAR] 05925114 (Generated: 01/31/2024 08:36:03) Rev: 1

ALTA EQUIPMENT COMPANY
5210 REESE ROAD

DAVIE, FL

US 33314

Contact: N. FACEY
nfacey@altaequipfl.com

T: (954)581-4744

F: (954)583-0318

Diagnosis

Resample at the next service interval
to monitor.All component wear rates
are normal. There is no indication of
any contamination in the oil. The oil
viscosity is lower than normal.
Confirm oil type.

Depot: VOLVO0095
Unique No: 10605061
Signed: Don Baldridge
Report Date: 16 Aug 2023

Contact/Location: N. FACEY - VOLVO0095

Page 1 of 2



2000

ppm

1500

1000

500

ppm

ppm

AVAO I VL

A\ _4

CONSTRUCTION EQUIPMENT

GRAPHS

Iron (ppm)

Severs

=]

Abnomal

o

o [ag]
[a'] [
3 s
Aluminum (ppm)

Severe

o

Abnomal

=}

L] o
[n'] [
E E
Copper (ppm)

Severe

o

Abnomal

o

= =
‘2 Z
K E
Viscosity @ 40°C

Abnomal

(=]

I_Bm

Abnomal

o
= =
yel y:)
2 3

Report Id: VOLVO0095 [WUSCAR] 05925114 (Generated: 01/31/2024 08:36:06) Rev: 1

ppm

ppm

100

]

60

40

ppm

ppm

100

B0

60

40

600

600

400

Lead (ppm)

Severe

[u]

Abnomnal

o

o )
[a'] (]
z =
Chromium (ppm)

Severe

o

Abnomnal

o

] ]
('] (]
E =
Silicon (ppm)

Severe

(=]

Abnormal

o

= B

&
{_f -=_r‘
Additives
calcium

wnansssnssnen [ 05phomS

wamamnanmes 7110
= B
S =
= =

Contact/Location: N. FACEY - VOLVO0095

Page 2 of 2


http://www.tcpdf.org

	VOLVO VOLVO A25G 752740\Rear Axle [VCP412451] 05 Aug 2023 @ 455.0 hrs

