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COWIN EQUIPMENT - ATLANTA
5710 RIVERVIEW RD

MABLETON, GA

US 30126

Contact: MIKE ANDREWS
mandrews@cowin.com

T: (404)690-7210

F:

Diagnosis

This is a baseline read-out on the
submitted sample. No corrective
action is recommended at this
time.All metal levels are normal
indicating no corrosion in the system.
The water content is negligible. There
is no indication of any contamination
in the fuel. The condition of the fuel
is acceptable for the time in service.

Depot: COWMAB
Unique No: 10616541
Signed: Jonathan Hester

Report Date: 24 Aug 2023

Contact/Location: MIKE ANDREWS - COWMAB

Page 1 of 2



~ e, CONSTRUCTION EQUIPMENT
4 Q

Report Id: COWMAB [WUSCAR] 05931270 (Generated: 08/24/2023 13:59:45) Rev: 1

temperature °C

i

o
%' GRAPHS

Pensky-Martens Flash Point (°C)

Aug15/23
Aug15/23

Contact/Location: MIKE ANDREWS - COWMAB

Page 2 of 2


http://www.tcpdf.org

	DOOSAN DOOSAN C185 443269UBADG87\Diesel Fuel [VCP389343] 15 Aug 2023 @ 1258.0 hrs

