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VOLVO

VOLVO L60H 621848 - DIESEL ENGINE

Sample No:  VCP426586
Oil Type: VOLVO ULTRA DIESEL ENGINE OIL 15W40 VDS-3
Job No:

VOLYD

" SAMPLE INFORMATION

CONSTRUCTION EQUIPMENT =

ALTA EQUIPMENT COMPANY

5151 DR MARTIN LUTHER KING BLVD
FORT MYERS, FL

US 33905

Contact: TODD LARK

Sample Number VCP426586 VCP254569 ---

Sample Date 18 Aug 2023 04 Oct 2019 - —

Machine Hours 4546 494 -

Oil Hours 0 0 o -

Oil Changed Changed Changed -

Sample Status ABNORMAL ABNORMAL - -
3
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Calcium
Magnesium
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Phosphorus
Barium
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tlark@altaequipfl.com
T
F: (239)481-3302

Diagnosis

Oil and filter change at the time of
sampling has been noted. We
recommend an early resample to
monitor this condition.Piston, ring
and cylinder wear is indicated. All
other component wear rates are
normal. There is no indication of any
contamination in the oil. The BN
result indicates that there is suitable
alkalinity remaining in the oil. The
condition of the oil is acceptable for
the time in service.

Depot: VOLVO0090
Unique No: 10619890
Signed: Don Baldridge
Report Date: 28 Aug 2023

Contact/Location: TODD LARK - VOLVO0090
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