.
N, CONSTRUCTION EQUIPMENT = =
N \0L0LOADER VCP 345422 (SN NOT GIVEN) - DIESEL ENGINE

Sample No:  VCP345418
Oil Type: DIESEL ENGINE OIL SAE 40
Job No:

VOLYD

" SAMPLE INFORMATION

Sample Number VCP345418 -
Sample Date 12 May 2023 --- LYNGSO GARDEN MATERIALS INC
Machine Hours 0 --- 345 SHOREWAY RD
Oil Hours 0 === SAN CARLOS, CA
Oil Changed N/A --- US 94070
Sample Status NORMAL === Contact: G GREEVER
s N ggreever@lyngsogarden.com

VOLYOD

T: (650)364-1730

N’ OIL CONDITION F: (650)517-1972
Visc @ 100°C cSt m13.2 -
Base Number (BN) mg KOH/g 9.8 --- . .
Oxidation (PA) % 80 Diagnosis
s N Resample at the next service interval

VOLVOD

N’ (ONTAMINATION

to monitor. The fluid was not
specified, however, a fluid match

Soot % % mo.2 - indicates that this fluid is (GENERIC)
Nitration (PA) % 65 L DIESEL ENGINE OIL SAE 40. Please
Sulfation (PA) % 58 confirm.
All component wear rates are normal.

Glycol % NEG === . S

. There is no indication of any
FH?' % <1.0 o contamination in the oil. The BN
Silicon ppm @7 o result indicates that there is suitable
Sodium ppm m2 - alkalinity remaining in the oil. The
Potassium ppm o<1 --- condition of the oil is suitable for

o’ WEARMETALS

Iron ppm m11 -
Copper ppm o<1 ===
Lead ppm mo ---
Tin ppm m2 ---
Aluminum ppm m4 ---
Chromium ppm o<1 -
Molybdenum ppm m49 ---
Nickel ppm mo ---
Titanium ppm m<1 -
Silver ppm oo ---
Manganese ppm m<1 -
Vanadium ppm 0 ---
F 9

VOLVOD

N RDDITIVES

further service.

Calcium ppm m1918 ---

Magnesium ppm [m530 ---

Zinc ppm m1270 -

Phosphorus ppm [m1036 ===

Barium ppm mo ---

Boron ppm m43 Depot: LYNSAN
Unique No: 10628669
Signed: Wes Davis

Report Id: LYNSAN [WUSCAR] 05938057 (Generated: 08/30/2023 16:05:46) Rev: 1

Report Date: 30 Aug 2023
Contact/Location: G GREEVER - LYNSAN
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VOLVO  [ONSTRUCTION EQUIPMENT

GRAPHS

Iron (ppm) Lead (ppm)
250 100
2004 o 80 :SB"B‘B
150 60
100 d&.bnunﬂd 40 é&.bnnnﬂd
50 20
:I o o :] o7 (]
Aluminum (ppm) Chromium (ppm)
50 50
40 ST w01 SR
30 30
E En‘!.bnonﬂd E
20 70| dibnomal
0 10
:I o 5] :] [5i] 5]
Copper (ppm) Silicon (ppm)
400 507 Severe
350 Eﬁ%_ 70
300 50
250 50
£ 200 E40
150 30 l.:IAbI"IDI'ITId
100 20
50 10
:] o3 o :] o7 (5]
Viscosity @ 100°C Base Number
B 14.0
: . Abnomal
! En‘%nnnﬂd = 20to
16 S100
&, = EBase
= ° Baze = 80
= = g
& E 6.0 Abnomnal
. ‘__: . o
“1 Mbnomal 2 4.0
] @
2 2.0
o3 o j:' o7 (5]
Report Id: LYNSAN [WUSCAR] 05938057 (Generated: 08/30/2023 16:05:49) Rev: 1 Contact/Location: G GREEVER - LYNSAN

Page 2 of 2


http://www.tcpdf.org

	VOLVO VOLVO LOADER VCP 345422 (S/N NOT GIVEN)\Diesel Engine [VCP345418] 12 May 2023 @ .0 hrs

