
[[X58588]] VOLVO EC250ELR 316395 - REAR LEFT FINAL DRIVE

Sample No: VCP426322
Oil Type: VOLVO
Job No: X58588

SCOTT EQUIPMENT COMPANY LLC - Saint RosePO BOX 997SAINT ROSE, LAUS  70087Contact: DENISE CORVERSdcorvers@scottcompanies.comT: (504)461-0961F: (504)461-0970
Diagnosis
Resample at the next service intervalto monitor.All component wear ratesare normal. There is no indication ofany contamination in the oil. Thecondition of the oil is acceptable forthe time in service.

Depot: SCOSAIUnique No: 10647713Signed: Don BaldridgeReport Date: 19 Sep 2023
Report Id: SCOSAI [WUSCAR] 05951754 (Generated: 09/20/2023 05:56:24) Rev: 1 Contact/Location: DENISE CORVERS - SCOSAI

 SAMPLE INFORMATIONSample Number VCP426322 --- --- ---Sample Date 12 Sep 2023 --- --- ---Machine Hours 245 --- --- ---Oil Hours 0 --- --- ---Oil Changed Changed --- --- ---Sample Status NORMAL --- --- ---
 OIL CONDITIONVisc @ 40°C cSt 174 --- --- ---
 CONTAMINATIONSilicon ppm 17 --- --- ---Sodium ppm 3 --- --- ---Potassium ppm 2 --- --- ---
 WEAR METALSIron ppm 130 --- --- ---Copper ppm 0 --- --- ---Lead ppm 0 --- --- ---Tin ppm <1 --- --- ---Aluminum ppm 1 --- --- ---Chromium ppm 4 --- --- ---Molybdenum ppm 0 --- --- ---Nickel ppm <1 --- --- ---Titanium ppm 0 --- --- ---Silver ppm 0 --- --- ---Manganese ppm 4 --- --- ---Vanadium ppm 0 --- --- ---
 ADDITIVESCalcium ppm 6 --- --- ---Magnesium ppm 3 --- --- ---Zinc ppm 6 --- --- ---Phosphorus ppm 319 --- --- ---Barium ppm 2 --- --- ---Boron ppm 0 --- --- ---
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