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CONSTRUCTION EQUIPMENT
VOLVOEC220F 314251 - DIESEL ENGINE

DIESEL ENGINE OIL SAE 15W40
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Iron ppm
Copper ppm
Lead ppm
Tin ppm
Aluminum ppm
Chromium ppm
Molybdenum ppm
Nickel ppm
Titanium ppm
Silver ppm
Manganese ppm
Vanadium ppm
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VOLVOD

" RDDITIVES

Calcium ppm
Magnesium ppm
Zinc ppm
Phosphorus ppm
Barium ppm
Boron ppm
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MCCLUNG-LOGAN EQUIPMENT CO
160 KENTMERE COURT
WINCHESTER, VA

UsS 22603

Contact: JENNIFER MATIAS
jmatias@mcclung-logan.com

T: (540)722-3700

F: (540)722-4441

Diagnosis

Resample at the next service interval
to monitor.All component wear rates
are normal. There is no indication of
any contamination in the oil. The BN
result indicates that there is suitable
alkalinity remaining in the oil. The
condition of the oil is suitable for
further service.

Depot: VOLVO4589
Unique No: 10670489
Signed: Wes Davis
Report Date: 29 Sep 2023

Contact/Location: JENNIFER MATIAS - VOLVO4589
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VOLVO  [ONSTRUCTION EQUIPMENT

GRAPHS
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