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Sample No:  VCP371218

CONSTRUCTION EQUIPMENT =
TRANSPORT LEASING  VOLVO L220H 3069 - DIESEL ENGINE

Qil Type: MOBIL 15W40
Job No: TRANSPORT LEASING
-

VOLYD

" SAMPLE INFORMATION

Sample Number VCP371218 VCP384991 VCP371222 VCP382620
Sample Date 31 Oct 2023 18 Apr 2023 24 Feb 2023 10 Jan 2023 ARNOLD MACHINERY COMPANY
Machine Hours 13891 13507 12964 12334 464 WASHINGTON STREET S
Oil Hours 0 0 0 0 TWIN FALLS, ID
Oil Changed Changed N/A Changed N/A US 83301
Sample Status NORMAL NORMAL NORMAL NORMAL Contact: JANAE HYMAS
s N jhymas@arnoldmachinery.com
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Soot % %
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Sulfation (PA) %
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Potassium ppm
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55 Diagnosis
Resample at the next service interval
to monitor.All component wear rates
are normal. There is no indication of

o6 any contamination in the oil. The BN
60 result indicates that there is suitable
53 alkalinity remaining in the oil. The

condition of the oil is suitable for

LE=0 further service.
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Calcium ppm
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Barium ppm
Boron ppm
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m15 Depot: VOLVO1835
Unique No: 10729725
Signed: Wes Davis
Report Date: 09 Nov 2023

Contact/Location: JANAE HYMAS - VOLVO1835
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