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X58880 VOLVOL220H 003442 - DIESEL ENGINE

Sample No:  VCP426047
Oil Type: DIESEL ENGINE OIL SAE 40
Job No: X58880

<

VOLYD

" SAMPLE INFORMATION

Sample Number VCP426047 VCP426051 VCP367482 VCP384340

Sample Date 15 Nov 2023 21 Sep 2023 28 Apr 2023 30 Mar 2023

Machine Hours 4799 4161 2537 2097

Oil Hours 0 0 0 0

Oil Changed Changed Changed Changed Changed

Sample Status NORMAL NORMAL NORMAL NORMAL
;T
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SCOTT EQUIPMENT COMPANY LLC - Saint Rose
PO BOX 997

SAINT ROSE, LA

Uus 70087

Contact: DENISE CORVERS
dcorvers@scottcompanies.com

T: (504)461-0961

F: (504)461-0970

Diagnosis

Resample at the next service interval
to monitor.All component wear rates
are normal. There is no indication of
any contamination in the oil. The BN
result indicates that there is suitable
alkalinity remaining in the oil. The
condition of the oil is suitable for
further service.

Depot: SCOSAI
Unique No: 10751273
Signed: Wes Davis
Report Date: 21 Nov 2023

Contact/Location: DENISE CORVERS - SCOSAI
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GRAPHS

Iron (ppm) Lead (ppm)

250 50
2004 o 40¢ o
50 30
100 d&.bnunﬂd 20 é&.bnnnﬂd
50 0
e —— 0
[ag] o [ag] [ag ] [ag] [ag] [ag] o
[ [a'] [ [} (] [a'] (] [a ]
= =T [ = = =L =] =
Aluminum (ppm) Chromium (ppm)
25 25
o | Bevere o | Bevere
20+ o 204 o
5 15
& &
= Abnomal = Abnomal
040 040
5 5
0 . . 0
&= = &= = B &= B =
2 8 ?’: 2 2 8 ;ﬁ 2
= 3 >3 = = < A =
Copper (ppm) Silicon (ppm)
35 50
on | Bevere
04 o | Severe
40t o
25
2 5 Abnomal 2 | Abnomal
2040
10
\ 10
5
0 0
= = = = B = B B
=2 = b = B = b =
= 2 3 2 Z & L =
Viscosity @ 100°C Base Number
8 10.0
171 Abnomal E;'M-—'-'—-_ e —
. = 8.0
] =
g
151 Base = 60
=] ! —
=14 &
- = Abnomal
& e 15 o
013 =
124 Abnomal IEi
I m 2.0
0 0.0
= B = M B = B B
=2 = b = = = f =
2 2 3 2 = 2 3 2
Report Id: SCOSAI [WUSCAR] 06012129 (Generated: 11/21/2023 09:32:25) Rev: 1 Contact/Location: DENISE CORVERS - SCOSAI

Page 2 of 2


http://www.tcpdf.org

	VOLVO VOLVO L220H 003442\Diesel Engine [VCP426047] 15 Nov 2023 @ 4799.0 hrs

