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SW-26434-2 CASTLEVA  VOLVOL110H631019- DIESELERI}E

Sample No:  VCP412563
Oil Type: VOLVO ULTRA DIESEL ENGINE OIL 15W40 VDS-3
Job No: SW-26434-2 CASTLE VA

<
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" SAMPLE INFORMATION

Sample Number VCP412563 VCP412188 VCP406785 VCP383481

Sample Date 14 Nov 2023 07 Sep 2023 24 Apr 2023 05 Jan 2023

Machine Hours 10666 10094 9485 8988

Oil Hours 513 600 500 550

Oil Changed Changed Changed Changed Changed

Sample Status NORMAL NORMAL NORMAL NORMAL
;T
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ARNOLD MACHINERY COMPANY
2975 WEST 2100 SOUTH

SALT LAKE CITY, UT

UsS 84119

Contact: TONY PAYAN
tpayan@arnoldmachinery.com

T: (801)972-4000

F: (801)975-9434

Diagnosis

Resample at the next service interval
to monitor.All component wear rates
are normal. There is no indication of
any contamination in the oil. The BN
result indicates that there is suitable
alkalinity remaining in the oil. The
condition of the oil is acceptable for
the time in service.

Depot: VOLVO8770
Unique No: 10753997
Signed: Angela Borella
Report Date: 28 Nov 2023

Contact/Location: TONY PAYAN - VOLVO8770
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