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R23621 IRA-SAYREVILL  VOLVOL90H 625942 - DIESEL ENGTNE

Sample No:  VCP441972
Oil Type: VOLVO ULTRA DIESEL ENGINE OIL 15W40 VDS-3
Job No: R23621 IAA-SAYREVILL
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" SAMPLE INFORMATION

Sample Number VCP441972 VCP390254 VCP390248 VCP399073

Sample Date 27 Nov 2023 16 Aug 2023 04 May 2023 24 Jan 2023

Machine Hours 4053 3561 3053 2516

Oil Hours 0 500 500 0

Oil Changed N/A Changed Changed Changed

Sample Status NORMAL NORMAL NORMAL NORMAL
<
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HOFFMAN EQUIPMENT INC

300 S RANDOLPHVILLE RD
PISCATAWAY, NJ

US 08854

Contact: IOANA BODOCHI
ioana.bodochi@hoffmanequip.com
T

F: (732)968-8371

Diagnosis

No corrective action is recommended
at this time. Resample at the next
service interval to monitor.All
component wear rates are normal.
Fuel content negligible. There is no
indication of any contamination in
the oil. The BN result indicates that
there is suitable alkalinity remaining
in the oil. The condition of the oil is
suitable for further service.

Depot: HOFPISNJ
Unique No: 10766817
Signed: Wes Davis
Report Date: 05 Dec 2023

Contact/Location: IOANA BODOCHI - HOFPISNJ

Page 1 of 2



VOLVO  [ONSTRUCTION EQUIPMENT

WOLYVD

=" GRAPHS

Iron (ppm) Lead (ppm)

500 100
. Severe Severe
400+ o it o
300 60
g 5
= Abnomal = | Abnomal
200+ o 40+ 0
00 20
m—
0 0
. [ ] [ ] [ag] [ag] [ag] [ag ] . [ [ [ag] [ag] [ag] o
(] [l [l [l [l [l [l [ [l [l [l [l [l [l
3 ) o3 o =y ) — L3 e o o =+ ) -
- o = B = = = - o = B = - o
H E] ] = g g 2 3 ] = E] 3
= - = = - =3 = = - = = - =3 =
Aluminum (ppm) Chromium (ppm)
70 50
Severe
601 o | Severe
401 o
50
-
= =
=130 Sonamal =__ | Abnomal
20t @
20
. 10
0
0 0
. (5] (5] o o o o . [ [ o o o o
(] = = [l [l [l [ [ [l [l [l [l [l [
5 i) o3 =+ ) — e i) o o + [} =
= o . = = - ™~ - o . ~ = = ™~
5 E 3 E = E 2 s E 3 g = E g

Copper (ppm) Silicon (ppm)

Severe on | Severe
401 @ 40t o
a0 o
: :
= _ | Abnomal =__| Abnomal
20+ 0 2040

.j\ .j\

. o o ] ] ] e . o o ] ] ] e
[l = = [l [l [l = [l ] ) [ [ [ i~
L= s o3 + =+ (=} [ =) L o3 = = e r-
= = w 5 = o - g = b i = o
g = 1 i) = 3 2 5 = 3 L] = 3 2
= - = . = = = = - = = = = =
" . o
Viscosity @ 100°C Base Number
] 14.0
A -
Abnomal = 20 e,
17 =, Base
' 100t o
. == e
gle E 8.0
= .| Base ="
=151 0 ]
= =1
e E 60
o 14 =
1 W— — ;3 40
[=s]
17 p 2.0
0.0
o o ] ] ] e . o o ] ] ] e
[l ) ) [l [l [ ] [l ) ) [ [ [ ]
= u o =+ =+ [} — = ) =21 =+ =+ [} [
- =] = o = = o - =] = o = = o
g E} i = E H 2 E} i = E :
= - = = = = = = - = = = = =

Report Id: HOFPISNJ [WUSCAR] 06022317 (Generated: 12/05/2023 13:36:51) Rev: 1 Contact/Location: IOANA BODOCHI - HOFPISNJ
Page 2 of 2


http://www.tcpdf.org

	VOLVO VOLVO L90H 625942\Diesel Engine [VCP441972] 27 Nov 2023 @ 4053.0 hrs

