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VOLVO A256 752650 - REAR AXLE

VCP421045 -
23 May 2023 === ===
543 ---
0 - -
Changed - -
ATTENTION --- ---

104

NEG - -
o4 - -
o<1 -
w6 ==

242 --
m27
o<1 — R

m158
m2
m76 -
w1472 =
me6
m326

ALTA EQUIPMENT/FLAGLER EQUIPMENT LLC
9601 BOGGY CREEK RD

ORLANDO, FL

US 32824

Contact: Robert LaPlante
robert.laplante@altg.com

T: (407)508-9736

F: (407)659-8720

Diagnosis

Resample at the next service interval
to monitor.All component wear rates
are normal. There is no indication of
any contamination in the oil. The
condition of the oil is acceptable for
the time in service.

Depot: VOLVO0096
Unique No: 10768682
Signed: Don Baldridge
Report Date: 06 Dec 2023

Contact/Location: Robert LaPlante - VOLVO0096
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