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CONSTRUCTION EQUIPMENT =
635050 ALTARENTS  VOLVO A256 752294 - DIESEL ENGINE

Sample No:  VCP432398
Oil Type: VOLVO ULTRA DIESEL ENGINE OIL 15W40 VDS-3
Job No: 635050 ALTA RENTS

<

VOLYD

" SAMPLE INFORMATION

Sample Number VCP432398 VCP410382 VCP332734

Sample Date 06 Dec 2023 13 Apr 2023 03 Mar 2022 ---

Machine Hours 0 2143 515

Oil Hours 0 500 515 ---

Oil Changed Changed Changed Changed

Sample Status NORMAL NORMAL ABNORMAL ---
&

WOLAY

N’ OIL CONDITION

Visc @ 100°C cSt m12.9 m12.5 1.2

Base Number (BN) mg KOH/g 7.6 m8.2 m7.8

Oxidation (PA) % 79 79 69
-

VOLVOD

o (ONTAMINATION

Water % NEG NEG NEG
Soot % % mo.7 mo.4 mo.2 ---
Nitration (PA) % 78 68 74
Sulfation (PA) % 61 58 59 ===
Glycol % NEG NEG NEG
Fuel % <1.0 <1.0 [o.2 ---
Silicon ppm mé6 m4 m34
Sodium ppm m28 m3 m1 ---
Potassium ppm m1 mo 6

F

WOLAY

N WEARMETALS

Iron ppm m8 013 |22
Copper ppm E<1 o4 332
Lead ppm mo oo o<1
Tin ppm mo o<1 m4 .
Aluminum ppm m2 o2 02
Chromium ppm oo m<1 m<1 ---
Molybdenum ppm m57 m40 60
Nickel ppm mZo m2 m2 ---
Titanium ppm 0 <1 2
Silver ppm mo mo 1 ---
Manganese ppm m<1 o1 o5
Vanadium ppm 0 0 0 ---

e
o ADDITIVES

Calcium ppm m1080 m1567 m1842
Magnesium ppm 0920 m475 o387 ===
Zinc ppm m1233 {1070 1283
Phosphorus ppm m1017 868 1075 ---
Barium ppm oo 0o 0o
Boron ppm m1 024 62 ---

Report Id: VOLVO0096 [WUSCAR] 06027463 (Generated: 12/09/2023 11:26:36) Rev: 1

ALTA EQUIPMENT/FLAGLER EQUIPMENT LLC
9601 BOGGY CREEK RD

ORLANDO, FL

US 32824

Contact: Robert LaPlante
robert.laplante@altg.com

T: (407)508-9736

F: (407)659-8720

Diagnosis

Resample at the next service interval
to monitor.All component wear rates
are normal. There is no indication of
any contamination in the oil. The BN
result indicates that there is suitable
alkalinity remaining in the oil. The
condition of the oil is suitable for
further service.

Depot: VOLVO0096
Unique No: 10777254
Signed: Don Baldridge
Report Date: 09 Dec 2023

Contact/Location: Robert LaPlante - VOLVO0096
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GRAPHS

Iron (ppm) Lead (ppm)
250 100
200 SHEE 50§ S
150 B0
100 d&.bnunﬂd 40 é&.bnnnﬂd
50 20
0 0
S E L = z &
Aluminum (ppm) Chromium (ppm)
50 50
. Severe . Severe
4010 401 o
30 30
E En‘!.bnonﬂd E
20 704 denemal
0 10
0 0
Copper (ppm) Silicon (ppm)
400 507 Severe
3501 Steoen 10
300 B0
250 50
£ 200 E40
50 01 A
o 1
00 20
50 0
0 0
2 E L = 5 L
Viscosity @ 100°C Base Number
20 12.0
; _100} B8
Abnomal =
o o
= 50
gle E
8 Base 5 60
L ‘5 o
12 @ 20
0 0.0
- E L 2 = &
Report Id: VOLVO0096 [WUSCAR] 06027463 (Generated: 12/09/2023 11:26:39) Rev: 1 Contact/Location: Robert LaPlante - VOLVO0096

Page 2 of 2


http://www.tcpdf.org

	VOLVO VOLVO A25G 752294\Diesel Engine [VCP432398] 06 Dec 2023 @ .0 hrs

