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6748 VOLVOA306 742635 - DIESEL ENGINE

Sample No:  VCP422896
Oil Type: VOLVO ULTRA DIESEL ENGINE OIL 15W40 VDS-3
Job No: 6748

&
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" SAMPLE INFORMATION

Sample Number VCP422896 VCP395252 VCP388741 VCP319990

Sample Date 25 Jul 2023 14 Feb 2023 21 Sep 2022 28 Mar 2022

Machine Hours 3545 2975 2567 2018

Oil Hours 0 3000 2567 0

Oil Changed Changed Changed Changed Changed

Sample Status ATTENTION ATTENTION ATTENTION ATTENTION
'
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364 - ASCENDUM MACHINERY INC - MACON
4807 HARRISON RD

MACON, GA

US 31206

Contact: HALIE BAKER
halie.baker@ascendummachinery.com
T

F: (478)200-5859

Diagnosis

Oil and filter change at the time of
sampling has been noted. Resample
at the next service interval to
monitor.All component wear rates
are normal. There is no indication of
any contamination in the oil. The oil
viscosity is lower than normal. The
BN result indicates that there is
suitable alkalinity remaining in the oil.
Confirm oil type.

Depot: ASCMAC
Unique No: 10782852
Signed: Don Baldridge
Report Date: 15 Dec 2023

Contact/Location: * - HALIE BAKER - ASCMAC
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