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CONSTRUCTION EQUIPMENT =
CAT  CATERPILLAR GMS00793 - DIESEL ENGINE

Sample No:

Oil Type: MOBIL DELVAC 1300 SUPER 10W30
Job No: CAT
g

VOLYD

" SAMPLE INFORMATION

Sample Number VCP406791 VCP405783 VCP365896 VCP325027

Sample Date 06 Nov 2023 28 Jul 2023 03 May 2023 26 Jan 2023

Machine Hours 8774 8212 7688 7133

Oil Hours 500 500 500 500

Oil Changed Changed Changed Changed Changed

Sample Status NORMAL NORMAL NORMAL NORMAL
;T
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PLEASANT RIVER LUMBER

PO BOX 68

DOVER FOXCROFT, ME

US 04426

Contact: BURLEY HIGGINS
burley@pleasantriverlumber.com
T

F: (207)564-8259

Diagnosis

Resample at the next service interval
to monitor.All component wear rates
are normal. There is no indication of
any contamination in the oil. The BN
result indicates that there is suitable
alkalinity remaining in the oil. The
condition of the oil is acceptable for
the time in service.

Depot: PLEDOV
Unique No: 10790949
Signed: Don Baldridge
Report Date: 19 Dec 2023

Contact/Location: BURLEY HIGGINS - PLEDOV
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=" GRAPHS
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