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Report Id: VOLVO0264 [WUSCAR] 06045338 (Generated: 01/05/2024 09:03:51) Rev: 1

MCCLUNG-LOGAN EQUIPMENT CO - CHESAPEAKE
4112 HOLLAND BLVD

CHESAPEAKE, VA

UsS 23323

Contact: TOMMY GRIFFIN
tgriffin@mcclung-logan.com

T: (757)485-3314

F: (757)485-3415

Diagnosis

This is a baseline read-out on the
submitted sample. We recommend
you service and check the fuel filters
for mucous-like deposits. Check with
fuel supplier for biocides available to
destroy the microorganisms in the
fuel system.All metal levels are
normal indicating no corrosion in the
cooling system. Appearance is hazy.
Excessive free water present.
Moderate concentration of visible
dirt/debris present in the fuel. The
condition of the fuel is acceptable for
the time in service.

Depot: VOLVO0264
Unique No: 10805946
Signed: Jonathan Hester

Report Date: 28 Dec 2023

Contact/Location: TOMMY GRIFFIN - VOLV0O0264
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Contact/Location: TOMMY GRIFFIN - VOLVO0264
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