
[[SW1027987 DIAMOND]] VOLVO A40D 60013 - REAR AXLE

Sample No: VCP369190
Oil Type: GEAR OIL SAE 80W90
Job No: SW1027987 DIAMOND

ARNOLD MACHINERY COMPANY4323 EAST WINSLOW AVENUEPHOENIX, AZUS  85040Contact: RANDY PRZEKURATrandyp@arnoldmachinery.comT: F: (602)414-1904
Diagnosis
The oil change at the time ofsampling has been noted. Nocorrective action is recommended atthis time. Resample at the nextservice interval to monitor.Gear wearis indicated. There is no indication ofany contamination in the oil. The oilviscosity is higher than normal.Confirm oil type.

Depot: VOLVO6174Unique No: 10808691Signed: Don BaldridgeReport Date: 02 Jan 2024
Report Id: VOLVO6174 [WUSCAR] 06048083 (Generated: 01/02/2024 14:46:05) Rev: 1 Contact/Location: RANDY PRZEKURAT - VOLVO6174

 SAMPLE INFORMATIONSample Number VCP369190 VC043179 VC027023 ---Sample Date 20 Dec 2023 14 Mar 2003 20 Aug 2002 ---Machine Hours 4671 2053 1379 ---Oil Hours 0 674 1379 ---Oil Changed Changed Not Changd Changed ---Sample Status ABNORMAL ABNORMAL ABNORMAL ---
 OIL CONDITIONVisc @ 40°C cSt 334 84.36 136.3 ---
 CONTAMINATIONWater % NEG NEG NEG ---Silicon ppm 83 16 20 ---Sodium ppm 2 2 2 ---Potassium ppm 9 16 19 ---
 WEAR METALSIron ppm 803 629 364 ---Copper ppm 7 13 16 ---Lead ppm 0 <1 2 ---Tin ppm 0 0 0 ---Aluminum ppm 12 <1 3 ---Chromium ppm 13 9 6 ---Molybdenum ppm 2 0 0 ---Nickel ppm 5 6 5 ---Titanium ppm 1 <1 <1 ---Silver ppm 0 0 <1 ---Manganese ppm 11 11 8 ---Vanadium ppm 0 <1 0 ---
 ADDITIVESCalcium ppm 89 16 35 ---Magnesium ppm 11 2 7 ---Zinc ppm 29 13 22 ---Phosphorus ppm 976 704 642 ---Barium ppm 0 <1 6 ---Boron ppm 138 16 <1 ---
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