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Sample No:  VCP449038

Oil Type: MOBIL 15W40

Job No: WO07014085-1 STANLEY
<

VOLYD

" SAMPLE INFORMATION

Sample Number VCP449038 VCP409209 VCP339442 VCP401906

Sample Date 05 Jan 2024 12 Oct 2023 21 Mar 2023 21 Feb 2023

Machine Hours 11250 10903 10130 10045

Oil Hours 0 500 35 500

Oil Changed Changed Changed Not Changd Changed

Sample Status NORMAL NORMAL NORMAL NORMAL
"
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MCCLUNG-LOGAN EQUIPMENT CO - RICHMOND
1345 MOUNTAIN ROAD

GLEN ALLEN, VA

US 23060

Contact: KYLE RATLIFFE
KRATLIFFE@MCCLUNG-LOGAN.COM
T:

F: (804)266-1611

Diagnosis

Resample at the next service interval
to monitor.All component wear rates
are normal. There is no indication of
any contamination in the oil. The BN
result indicates that there is suitable
alkalinity remaining in the oil. The
condition of the oil is acceptable for
the time in service.

Depot: VOLVO8882
Unique No: 10822416
Signed: Don Baldridge
Report Date: 11 Jan 2024

Contact/Location: KYLE RATLIFFE - VOLVO8882
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