a0
VOLVO  (ONSTRUCTION EQUIPMENT
‘g X37784 WASTEPRO 312653 - COOLANT

Sample No:  VCP416888
Oil Type: VOLVO COOLANT VCS (YELLOW)
Job No: X37784 WASTE PRO

WOLYVD

" SAMPLE INFORMATION

Sample Number VCP416888 - ---

Sample Date 12 Dec 2023 SCOTT EQUIPMENT COMPANY LLC - Baton Rouge
Machine Hours 0 --- --- 10160 AIRLINE HWY

Sample Status ABNORMAL --- --- --- BATON ROUGE, LA

Us 70816
Contact: BRENT CALDWELL
bcaldwell@scottcompanies.com

e
e’ (COOLANT CONDITION

pH Scale 0-14 m9.37 --- - T: (225)293-3683
Reserve Alkalinity ~ Scale 0-20 == - - - F: (225)292-9658
Nitrites ppm EONT

Percentage Glycol % 26.3 === - o . .
Freezing Point °C @9 - - DlagnOSIS

; We recommend drain system, and
VOLAVD refill with 50/50 antifreeze water

v CONTAMINATION mixture. There is no indication of any

contamination in the coolant.

Coolant Appearance normal --- --

Coolant Color Yllow — - - Carboxylate test failed. The glycol
level is lower than acceptable. The pH
level of this fluid is within the
acceptable limits.

Depot: VOLVO6242
Unique No: 10823129
Signed: Jonathan Hester
Report Date: 12 Jan 2024

Report Id: VOLVO6242 [WUSCAR] 06057180 (Generated: 01/12/2024 15:00:59) Rev: 1 Contact/Location: BRENT CALDWELL - VOLVO6242
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Contact/Location: BRENT CALDWELL - VOLVO6242
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