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MCCLUNG-LOGAN EQUIPMENT CO - WISE
PO BOX 1158

WISE, VA

US 24293

Contact: DANNY BARRINGTON
dbarrington@mcclung-logan.com

T
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Diagnosis

This is a baseline read-out on the
submitted sample. We recommend
you service the filters on this
component.All metal levels are
normal indicating no corrosion in the
system. Moderate concentration of
visible dirt/debris present in the fuel.
The water content is negligible. The
condition of the fuel is acceptable for
the time in service.

Depot: VOLVO8881
Unique No: 10831112
Signed: Jonathan Hester

Report Date: 17 Jan 2024

Contact/Location: DANNY BARRINGTON - VOLVO8881
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