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1506 711 MATERIALS  VOLVO A456 352955 - DIESEL ENGINE._

Sample No:  VCP428960
Oil Type: VOLVO ULTRA DIESEL ENGINE OIL 15W40 VDS-3
Job No: S1506 711 MATERIALS

<

VOLYD

" SAMPLE INFORMATION

Sample Number VCP428960 VCP400963 VCP398271 VCP386528

Sample Date 17 Jan 2024 01 May 2023 10 Feb 2023 03 Nov 2022

Machine Hours 3084 2039 1729 1498

Oil Hours 0 0 0 0

Oil Changed Changed Not Changd Changed Not Changd

Sample Status NORMAL NORMAL NORMAL NORMAL
;T
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VCES- VOLVO CONSTRUCTION EQUIPMENT
8594 FRUITRIDGE ROAD
SACRAMENTO, CA

US 95826

Contact: RAY KRANZUSCH
ray.kranzusch@vcesvolvo.com

T

F:

Diagnosis

Resample at the next service interval
to monitor.All component wear rates
are normal. There is no indication of
any contamination in the oil. The BN
result indicates that there is suitable
alkalinity remaining in the oil. The
condition of the oil is suitable for
further service.

Depot: VOLVO4485
Unique No: 10845564
Signed: Wes Davis
Report Date: 24 Jan 2024

Contact/Location: RAY KRANZUSCH - VOLV04485
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GRAPHS

Iron (ppm) Lead (ppm)
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