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Report Id: SCOSAI [WUSCAR] 06092562 (Generated: 02/19/2024 18:52:58) Rev: 1

SCOTT EQUIPMENT COMPANY LLC - Saint Rose
PO BOX 997

SAINT ROSE, LA

Uus 70087

Contact: DENISE CORVERS
dcorvers@scottcompanies.com

T: (504)461-0961

F: (504)461-0970

Diagnosis

Resample at the next service interval
to monitor. The fluid was not
specified, however, a fluid match
indicates that this fluid is (GENERIC)
GEAR OIL SAE 80W90. Please
confirm.

All component wear rates are normal.
There is no indication of any
contamination in the oil. The
condition of the oil is acceptable for
the time in service.

Depot: SCOSAI
Unique No: 10885415
Signed: Wes Davis
Report Date: 19 Feb 2024

Contact/Location: DENISE CORVERS - SCOSAI
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CONSTRUCTION EQUIPMENT
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