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675477 GERDAU  SENNEBOGEN 830ME 830.0.2567 - DIESEL ENGI

Sample No:  VCP445307
Oil Type: VOLVO ULTRA DIESEL ENGINE OIL 15W40 VDS-3
Job No: 675477 GERDAU

<

VOLYD

" SAMPLE INFORMATION

Sample Number VCP445307 VCP433740 VCP418197 VCP401146

Sample Date 07 Mar 2024 04 Dec 2023 25 Aug 2023 14 Jul 2023

Machine Hours 10806 10102 9390 9054

Oil Hours 500 500 500 0

Oil Changed Changed Changed Changed Changed

Sample Status NORMAL NORMAL NORMAL NORMAL
;T
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ALTA EQUIPMENT COMPANY - METRO WEST
56195 PONTIAC TRAIL

NEW HUDSON, Ml

US 48165

Contact: PAUL CONZ
paul.conz@altg.com

T: (313)348-8861

F: (248)356-2029

Diagnosis

Resample at the next service interval
to monitor.All component wear rates
are normal. There is no indication of
any contamination in the oil. The BN
result indicates that there is suitable
alkalinity remaining in the oil. The
condition of the oil is suitable for
further service.

Depot: VOLVO2990
Unique No: 10937569
Signed: Don Baldridge
Report Date: 22 Mar 2024

Contact/Location: PAUL CONZ - VOLV02990
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